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8 pEmom4mcE OF (u,zr)C-GRAPHITE (COMPOSITE)
AND oF (u,zr)c (CA~IDE) FUEL ELEMENTS IN THE

NUCLEAR FURNACE 1 TEST REACTOR

by

Luther L. Lyon

ABSTRACT

The properties of and reactor test results for two types
of nuclear-propulsion-reactor fuel elements containing uranium-
zirconium carbide, (U,Zr)C, are reported. Composite fuel elements
containing graphite and w 35 VO1% carbide, along with fuel ele-
ments consisting only of carbide, were tested in Los Alalnos
Scientific Laboratoryts Nuclear Furnace 1 reactor for 109 !nin
at peak power densities of ~ 4500 MW/m3 and temperatures up to
2500 K. Fission-fragment damage to the graphite phase of the
composite fuel elements increased the room-temperature thermal
resistivity of the matrix ninefold, resulting in unexpected high
mass losses of carbon. The carbide elements developed both longi-
tudinal and transverse fractures but did not fragment into small-
size particles.

I. INTRODUCTION

The usefulness of new types of experi-

mental nuclear-rocket-reactor fuel elements

for the Rover* program was evaluated in a

specially devised small test reactor, Nu-

clear Furnace 1. Six separate tests of the

reactor were conducted during the summer of

1972 at the Nuclear Rocket Development Sta-

tion at Jackass Flats, Nevada.1 This re-

port presents reactor performance data on

two types of experimental

taining uranium-zirconium

which were tested for 109

peratures of up to 2500 K

densities of 4500 to 5000

&

fuel elements con-

carbide, (U,Zr)C,

min at matrix tem-

and peak power

MN/m 3.

‘The Rover program was administered by the
Space Nuclear Systems Office, a joint of-
fice of the U.S. Atomic Energy Commission
and the National Aeronautics and Space
Administration. The Los Alamos Scientific
Laboratory, a prime contractor for the
Rover program from 1956 to 1973, developed
and tested the Kiwi, Phoebus, and Pewee
series of space nuclear propulsion test
reactors. The program was terminated on
January 5, 1973.

The fuel elements used from 1964 to

1969 in six nuclear propulsion test reactors

of the Kiwi, Phoebus, and Pewee design had a

graphite matrix containing pyrocarbon-coated

ucz spheres of w 150 urnmaximum diameter.

Multiple coolant channels, coated with NbC

or ZrC to protect the carbon in the matrix

from reaction with the hydrogen propellant,

formed flow passages through the 1.32-m-long

elements. Successful reactor tests of up to

one hour duration with maximum matrix tem-

peratures of 2400 to 2600 K were conducted

with these elements. However, mass losses

of carbon from the elements at the end of

one hour of testing were high enough to ad-

versely affect the neutronic characteristics

of the reactor core. The development of new

fuel elements, which would be highly re-

sistant to hydrogen attack and could be used

at high operating temperatures, was there-

fore initiated. TWO approaches were taken:

(1) retain the fuel-element geometry but

change the matrix to a composite of carbide

and graphite with up to 35 vol% of the

1



matrix consisting of a solid-solution

(U,Zr)C carbide, and (2) produce a new all-

carbide fuel element from (U,Zr)C substoi-

chiometric in carbon. The composite ele-

ment would still require protective ZrC

coatings in the flow passages, but, because

of a continuous network of carbide through-

out the matrix, would better be able to re-

sist massive erosion conditions than the

all-graphite type of fuel element. The car-

bide element, of courser would suffer very

small carbon losses because it could only

lose chemically combined carbon. The pro-

perties of and the performance in the Nu-

clear Furnace 1 (NF-1) reactor of these

elements are described. -- (The NF-1 re-

actor was a heterogeneous water-moderated

beryllium-reflected reactor containing 49

cells in which fuel elements could be test-
1

ed. Neutronic control was provided by six

rotatable drums in the reflector. During

operation, water flowed in a two-pass sys-

tem between the cell tubes while hydrogen

gas flowed through the fuel elements. Ther-

mocouples measured the exit-gas temperature

from each cell. The hot hydrogen gas ex-

hausted from the fuel elements was cooled

by injecting water directly into the gas

stream. The resulting mixture of steam and

hydrogen was ducted to an effluent cleanup

system. After water injection, the effluent

consisted of a mixture of steam, hydrogen,

and radioactive contaminants at ~ 600 K.

The effluent was filtered, cooled and water-

condensed, dried, passed through a cry-

ogenically cooled charcoal trap, and fin-

ally discharged into the atmosphere.)

(U,Zr)C-GRAPHITE
(C~&OSITE) FUEL ELEMENTS

A. Fabrication

The composite elements were extruded

from a mix consisting of graphite flour,

carbon black, ZrC, U02, and liquid thermo-
2

setting binder. Solid-solution

was formed in the elements during

heat treatment. A protective ZrC

2

U,Zr)C

final

coating

was applied to the flow passages and ex-

terior surfaces by a chemical vapor-deposi-

tion process. The composite fuel elements,

Fig. 1, were fabricated to a constant volume

content of total carbide, regardless of the

amount of uranium in each element. By keep-

ing the volume content of carbide constant,

a uniform coefficient of thermal expansion

was maintained over the uranium loading

range of interest in nuclear propulsion

reactors, i.e., 200 to 650 kg/m’. Typical

chemical-analysis data* for composite ele-

ments of 35 vol% carbide content are given

in Table I. One objective was the produc-

tion of elements of acceptable thermal-

stress resistance whose ZrC coatings would

have a minimum of physical defects affecting

mass loss rates.

B. Thermal-Stress Resistance

The thermal-stress resistance was im-

proved by increasing the thermal conductiv-

ity through a carefully controlled heat-

treatment process at temperatures at which

10 to 20% of the carbide was liquid. Dur-

ing this heat-treatment the carbide parti-

cles coalesced into a strong interconnected

carbide network. The three photomicrographs

in Fig. 2 illustrate some of the matrix

microstructure that were obtained by vary-

ing the heat-treatment temperatures. These

temperatures are shown on the pseudobinary

phase diagram of the U-Zr-C system, Fig. 3.

Matrices with Microstructure 1, represent-

ative of a heat-treatment temperature be-

low the solidus line, had a thermal con-

ductivity of s 50 W/m.K at 300 K, with in-

dividual carbide particles dispersed around

the unmodified particles of graphite filler

flour. Matrices with Microstructure 2, re-

presentative of heat-treatment conditions

at which 10 to 20% of the carbide phase was

*
S1 units are used in this report. Because
in this system no multipliers are used in
the denominator, uranium loading is ex-
pressed as kg/m3 instead of mg/cm$, and
density as Mg/m3 instead of g/ems. Pres-
sure is expressed in pascals (Pa);--mul-
tiply psi by 0.006894 to obtain 14Pa,e.g.,
1000 psi = m 7 MPa.

●
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liquid, had a thermal conductivity of * 80

W/3n.K,the carbide had formed a continuous-

network type of structure, and the graphite

particles had undergone modification. Mat-

rices with Microstructure 3, representative

of heat-treatment conditions where most of

the carbide phase was liquid, had a thermal

conductivity of over 140 W/m.K at 300 K,

the carbide had largely coalesced, and most

of the graphite was in a highly ordered pro-

eutetiticform. The increase in thermal con-

ductivity is attributed to the ordering of

the crystallite in the graphite flour par-

ticles and in the binder carbon aided by

the presence of liquid carbide. Matrices

with Microstructure 2 were preferred be-

cause their thermal conductivities were re-

latively high and their mechanical proper-

ties were satisfactory; matrices with Mi-

crostructure 3 had about one-tenth the

flexural strength of those with Microstruc-

ture 2. Figure 4 is a scanning-electron

photomicrograph of the (U,Zr)C network in

a composite element. All the graphite phase

had been removed by leaching with hydrogen

at % 2000 K. Note the continuous three-

dimensional structure of the carbide. Re-

moval of the graphite did not alter the di-

mensions of the element. However, the room-

temperature compressive strength of the

leached element was ~ 10 MPa as compared

to % 11O Mpa for the unleached element.

c. Properties of Composite Elements

The factors that controlled the for-

mation of defect-free ZrC protective coat-

ings were: (1) the temperature of ZrC de-

position, (2) the thickness of the ZrC

coating, and (3) the thermal expansion

properties of both the ZrC and the fuel-

element matrix. The coefficient of ther-

mal expansion (CTE) of vapor-deposited ZrC

was N 7.7 pm/m.K for the”293- to 2300-K

temperature range. The matrix longitudinal

CTE had to be ~ 6.6 um/m”K or the very ad-

herent ZrC coating would form microcracks

upon cooling from the deposition tempera-

ture (’v1500 K). In a series of experiments

1! ~UC.zro-C Composite Matrix

Coolont Chonnels

Fig. 1. Full-length and cross-section views
of composite fuel element. Length,
1.32 m; across-flats, 19 mm; cool-
ant-channel diameter, 2.3 mm; rnnss
w 1.1 kg; and volume, 284 x 10 m!

TABLE I

CHEMICAL ANALYSIS DATA FOR COMPOSITE
FUEL ELEMENT MATRICES

Uranium Loading,
kg/m 3

Parameter 180 399 598—— —

u, Wt% 5.2 11.1 16.4

Zr, wt%
●

56.0 52.5 49.6

C, wt% (total) 38.8 36.0 33.6

Density, Mg/m3 3.49 3.61 3.64

Carbide content, vol% 34.9 35.5 35.6

U, at.% on a metal basis 3.5 7.6 11.4

with 50- to 150-pm-thick ZrC coatings on

matrices of varying CTE the coatings formed

cracks at strains ~ 1000 Pm/m. To minimize

this mismatch in CTE between the matrix and

the coating, the thermal expansion of the

matrices was increased by using high-CTE

graphite filler flours and by increasing

the volume content of the carbide phase.

However, matrices of 5 40 vol% carbide had

poor thermal-stress resistance, and, if the

carbide content was lower than 30 vol%,

their maximum uranium loading had to be

decreased to avoid conditions at which UC2

3



(1) (2) (3)

+11+ 10 pm

Fig. 2. Photomicro raphs of (U,Zr)C-graphite matrices
?

containing 35 vol% carbide and
% 400 kg/m of 93%-enriched uranium. The white areas are carbide, the gray
areas are graphite, and the black areas are void.
w 2800 K; (2) ~ 3050 K; (3) ~ 3120 K.

Heat treatment at (1)

Atom Percent Uronium, MetolBosis
I [ I I I J
o 10 20

I I I I I I I I
I

~

(3)
Liquidus

(2)
— Liquid —

c

(U,Zr)C -

— (1)

\

—
Solidus

c
(U,Zr)C

\

(t,Zr)C –
rc~

I I I I I I I
200 400 600 800 1000 1200
Uronium Looding,kg/m3

Fig. 3. Portion of pseudobinary phase
diagram for U-Zr-C system for
composite elements containing
35 vol% carbide. (1),(2), and
(3) refer to heat-treatment
temperatures in Fig. 2.

would form (see lower right-hand corner of

phase diagram, Fig. 3).

Some properties of (U,Zr)C-graphite

(campsite) fuel elements are given in Table

II. The thermal-stress resistance was

evaluated by measuring the electrical power

4

l-10pmA
Fig. 4. Scanning-electron photomicrograph

of the (U,Zr]C network structure
in a composite element.

density required to fracture a fuel-element

specimen. The test conditions of pressure

and hydrogen flow rate simulated those en-

countered in a nuclear propulsion reactor.



TABLE II

GENERAL CHARACTERISTICS OF
(U,Zr)C-GRAPHITE (COMPOSITE)

FUEL ELEMENTS

Parameter

Carbide content, vol%

Useful U-loading range,
kg/ms

Thermal conductivity
(300 K), W/m”K

Coeff. of thermal expansion
(293 to 2300 K), vm/m.K

Flexural strength (300 K) ,
MPa

Compressive strength (300 K),
MPa

Strain to fracture (300 K),
Urn/m

Stress at fracture (300 K),
MPa

Elastic modulus (300 K), GPa

Compressive deformation at
2800 K (3.5 MPa for 1 h),%

Thermal stress resistance
at N 1700 K (power density
at fracture) , MW/m3

Value

30 - 35

50 - 650

50 - 90

6-7

% 50

% 110

2000 - 3000

35 - 50

Al50

0.5 - 1.0

4500 - 6000

Forty-seven composite fuel elements*

were used in the NF-1 reactor. These ele-

ments were divided into three broad experi-

ments: (1) a carbide-content experiment of

30 vs 35 vol%, (2) a matrix CTE experiment

of 6.1 vs m 6.7 vm/m”K, and (3) a matrix

thermal-stress-resistance experiment with

fracture power densities of 4700 to 6200

MW/m 3. Table III summarizes the range of

“properties of these elements in the reactor.

The CTE experiment was, in reality, a Zrc

coatiig-crack experiment. The coatings on

matrices with a CTE of 6.1 Um/m.K formed

w 600 circumferential cracks/meter of

coolant-channel length on cooldown from

the temperature (1500 K) at which the

coatings were applied; but the coatings on

matrices with a CTE ~ 6.5 pm/m”K were es-

sentially crack-free as fabricated and

*
Five of the 30-vo1% composite elements
were fabricated by the Westinghouse
Astronuclear Laboratory (WANL) as part
of the Nuclear Engine for Rocket Vehicle
Application Program (NERVA).

TABLE III

RANGE OF MATRIX PROPERTIES OF
COMPOSITE ELEMENTS IN THE NF-1 REACTOR

Carbide Thermala
Content, Expansion,
Vol% ml m-K

35 6.7

35 6.7

35 6.6

35 6.6

35 6.8

35 6.8

30 6.5

30 6.5

30 6.6

30 6.1

a293 to 2300K range.

bat w 300 K.

Thermal ~
Conductivity,

V@ “K

75

74

71

84

80

87

83

77

75

40-50

Fracture
PowerDensity,

MW/m3

4700

4900

5000

5200

5400

6100

5500

5800

6200

4700 to 5500

installed in the reactor. Based on the re-

sults obtained from component tests, very

low carbon mass losses were predicted for

those elements in the NF-1 reactor with

crack-free ZrC coatings.

The details of a standard NF-1 reactor

cell in which a composite element was housed

is shown in Fig. 5. The NF-1 reactor full-

power conditions that affected the composite

fuel elements are listed in Table IV.

III. REACTOR PERFORMANCE OF
COMPOSITE ELEMENTS

postmortem examinations comprised ra-

ther sophisticated nondestructive and de-

structive examinations as a function of

fuel-element length. A position along the

1.32-m-long element was designated a Sta-

tion, measured in millimeters from the cold

end of the element where the hydrogen pro-

pellant entered.

The mass losses ranged from 8 to over

50 g/element. The 24 elements with a CTE

of 6.1 pm/m.K had an average loss of 37.6

g/element as compared to 13.7 g for the 23

5



TABLE IV

NF-1 REACTOR FULL-POWER CONDITIONS
.

Parameter Value

Fig. 5.

elements

[L ‘Filler

Pyrogrwphite

Aluminum Tube
NF-1 reactor cell containing
(U,Zr)C-9raphite (composite)fuel
element. The filler material was
an extruded composite of 30-vo1%
ZrC and the remainder graphite.

with a CTE > 6.5 pm/m.K. Two-

thirds of the mass loss* occurred in the

midrange region, between Stations 300 and

600 [Figs. 6 and 7). Large losses in the

midrange region were unexpected, and very

little loss had been predicted in this re-

gion for the high-CTE elements. However,

the mass loss rates for the hot-end region,

Station 1000 to 1300, were within the range

of loss rates determined by laboratory com-

ponent tests (Fig. 8).

Mass losses associated with matrix

cracks were observed in several composite

elements. The small peak in the mass-loss

curve at Station 1300, Fig. 6, and the

peaks from Station 800 to 1300 in Fig. 7

were the result of matrix cracking and of

associated cracks in the ZrC protective

coating. Matrix cracking was readily de-

tected by high-resolution eddy current

*Mass-per-unit length evaluation (MULE)
was performed nondestructively by using
gamma-ray absorptometry .3

Reactor thermal power, MW

Power/composite element, MW

Hydrogen flow/element, kg/s

Hydrogen-inlet pressure, MPa

outlet pressure, MPa

inlet temp., K

outlet temp., K

Maximum matrix temp., K

Peak power density, MW/ms

Run time at full power, min

44

m 0.90

0.022

4.7

3.2

340

2450

N 2500

‘14500

109

examination of each coolant channel. Most

matrix cracks were found at the higher

stations and not too many were observed in

the vicinity of Station 700, the peak of

power generation. The matrix cracks at the

higher stations were believed to have oc-

curred during two automatic emergency shut-

downs from full power when the control tem-

peratures during the first 5 sec of the

shutdown changed at an average rate of

* 300 K/see.

The high-CTE elements were examined

for type and number of coating cracks as a

function of station. Surprisingly, numerous

coating cracks occurred at the cold end of

the element (Figs. 9 and 10). These coating

cracks were the cause of the unexpected mass

loss in the midrange region, i.e., the loss

was due to the transport of hydrogen and of

its products of reaction with the matrix

(methane and acetylene) in and out of open

coating cracks. The peak in the mass-loss

curve was caused by the increased reaction

rate of hydrogen with carbon at tempera-

tures above 1000 K (Station 250); however,

the coating cracks were closing as the tem-

perature increased and they were essentially

closed at 1600 K (Station 500)--a tempera-

ture slightly above that used in depositing

the ZrC (see Fig. 11 for matrix temperature

vs station) . The coating cracks could have

been caused by the large temperature gradient

.

6
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generated during the two emergency shutdowns

from full power, or by the changes that

could have taken place due to exposure to

the radiation field. Plotted among other

data in Fig. 11 is the change of room-tem-

perature electrical resistivity vs station

of the composite elements at the start as

compared to the end of the NF-1 test. At

Station 200 the electrical resistivity in-

creased by a factor of six, indicating ra-

diation damage. The dotted portion of the

resistivity curve has been sketched in,

disregarding resistivity effects of mid-

range corrosion. The coating-crack curves

of Fig. 9 were similar to the electrical

resistivity curve, which suggested that the

formation of coating cracks might be re-

lated to radiation damage.

Changes in room-temperature thermal

conductivity of whole element cross sections

from Station 200 were determined by a flash-

diffusivity method. The average room-tem-

perature thermal resistivity of five ele-

ments increased by a factor of 9.3. How-

ever, a sample from hot-end Station 1110

had a thermal resistivity ratio (start/end)

of only 1.5. Subsequent annealing studies

on samples from Station * 200 indicated

that after one hour at 1500 to 1600 K most

of the damage was removed, i.e., both the

room-temperature electrical and thermal-

resistivity ratios (start/end) decreased

from 9.0 to 1.2. Because these annealing

results were very similar to those obtained

on fast-neutron-irradiated graphite by

Taylor, Kelly, and Gilchrist4 the radiation

damage in the composite elements was as-

sumed to be associated primarily with the

graphite phase. At room temperature ~ 10%

of the thermal conductivity of a composite

element can be attributed to the carbide

phase.

The thermal conductivity of the matrix

as a function of temperature was determined

by a laser flash-diffusivity technigue.

Disks, 12 mm in diameter and 1 mm thick,

were obtained at Station ~ 160 from two

similar elements, only one of which had been

in the reactor. As shown in Fig. 12, the

thermal conductivity of the irradiated matrix

at the operating temperature (800 K) for

Station 160 had decreased from 40 W/m.K at

the start to 12 W/m”K at the end of the NF-1

test. The thermal conductivity of this disk

at temperatures above 800 K (solid curve,

Fig. 12) is a function of the amount of

annealing that occurred during the time the

thermal-conductivity measurements were being

taken. The higher thermal conductivity at

2300 K of the irradiated sample than that of

the unirradiated sample is not understood.

The changes in thermal conductivity of

the matrix caused commensurate changes in

the steady state thermal gradients in the

matrix. Figure 13 shows the calculated

mean differential temperature between the

matrix and the ZrC channel coating as a

function of station. Note the large changes

at the lower stations from the start to the

end of the NF-1 test. The corresponding

changes in strain, which increased about

twofold, were high enough to exceed the

1000-um/m strain limit of the coating. Thus,

even steady state full-power conditions

would cause the coatings to crack, let

alone the strains developed during emergency

shutdowns .

The curves in Fig. 11 outline the re-

lationships among matrix temperature, neu-

tron fluence, and fissions as a function of

station. Studies of irradiated graphites
4-6

have indicated that fast-neutron fluences

of 102’ neutrons/m2 (> 0.18 MeV) would be

required to change the ratio of thermal

resistivity of graphite by a factor of 8

to 10 as in the NF-1 composite elements.

However, because the fast-neutron fluence
22

in NF-1 was only 5 x 10 neutrons/m2 at

Station 160 (the station with the greatest

radiation damage) the possibility of damage

by fission-fragment interaction was con-

sidered. If the range of fission fragments

in (U,Zr)C is assumed to be 5 to 7 urnand

the web thickness of the carbide network

9
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is 5 to 10 ym (Fig. 5), the probability of

a fission fragment entering the graphite

phase is estimated to be > 0.1. With

5 x 1023 fissions/m3 and double that number
23

of fragments, at least 10 fragments/m3

interacted with the graphite at Station 160.

Table V compares the dosages of fast
235

neutrons, U fission fragments, and the
7 10

a and Li particles from the B(~,a)7Li

reaction that produced a room-temperature

thermal-resistivity ratio change of Q 10

in graphite irradiated at 700 to 900 K.

Radiation damage of graphite by fast neu-

trons has been studied by numerous investi-

gators, and all the results are in agree-

ment that considerable damage is done at

fluences of 10
25

neutrons/m2 . Radiation

damage effects in berated graphite by a
7

and Li particles from the 10B(n,a)7Li re-

action were studied by Davidson, Gates,
7,8

and Nightingale. ‘l’heboron carbide was

dispersed throughout a graphite matrix as

particles of 10-to 100-pm diem. About

5% of the reaction products were estimated

to be effective in causing displacement of
9 235

carbon atoms. The effect of U fission

fragments on the thermal conductivity of

10
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Fig. 13. Temperature differences between
composite matrix and ZrC protect-
ive coatinq and resultant coating
strains at-the start and end of
the NF-1 reactor test.

TABLE V

COMPARATIVE STUDIES OF RADIATION
INDUCED DAMAGE TO GRAPHITE AT 700 TO 900 K

Temperature Thermal-
Of Resistivity

Dose in Graphite Irradiation,K Ratioa

4.5 x 1025 neut/n32 725 9.7
(> 0,18 MeV)b 925 7.0

‘% 1025 combined u 775 10 to 14

‘d~i ‘~~~$s$im’
reactionc

1024 fission
fragments/m
from 235Ufissiond

1023 fission
fragments/m
from235Ufission,
data fromthisreport

900

800

10

9

boom-temperaturethermal-resistivityratiobefore
and afterirradiation.

bPGA, a pilegradegraphite.
5

CBoratedgra hits.
?7

Burnoutwas 5 to 15 x 10
26

atoms10B/* ~ith%5% of the reactionprducts

effectivelyenteringthe graphitefromBttC
particlesof 10-to100+m diam.

~ational CarbonCo. B-1508-Agra bite containing
2- to S+m-diam u30: particles.16 Dose was
‘ ~ ~024fissions/m.

.
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graphite was studied by Hunter,10 using a

graphite containing 2- to S-pm-diam USO13

particles. The probability of fission frag-

ments leaving these small particles and en-

tering the graphite phase was high. Con-

sidering all the imponderable differences

between Hunter’s experiment and the NF-1

experiment, the agreement with$n a factor

of 10 of the influence of fission fragments

on graphite is considered good.

IV. (U,Zr)C (CARBIDE)FUEL ELEMENTS

Two of the 49 cells in the NF-1 reactor

contained (U,Zr)C solid-solution carbide

elements, Fig. 14. Each cell contained se-

ven elements,bundled together, as shown in

Fig. 15, with another seven elements stacked

on top to complete the length of the cell.

The 28 carbide elements in the two cells

represented three types of matrix experi-

ments.

The carbide elements were extruded

from a mix consisting of Zrc powder, en-

riched U02 powder, ZrOz powder, graphite

flour, and a thermosetting binder. Solid-

solution (U,Zr)C was formed in the elements

during a high-temperature heat treatment.

The elements contained * 3% ~cess carbon

to facilitate densification during heat

treatment, to prevent sticking to graphite

fixtures during heat treatment, and to aid

in machining the elements to a hexagonal

cross section. The excess free carbon was

removed by leaching with hot hydrogen gas.

After leaching, the elements were impreg-

nated with various amounts of zirconium by

a chemical vapor-deposition process to ad-

just the carbon stoichiometry. A final

heat treatment at ~ 2800 K was applied in

an attempt to obtain uniform chemical com-

position. Matrices that gained O, 3, and

8% mass during the zirconium impregnation

process were used in the NF-1 reactor ex-

periment. Table VI presents the chemical

analyses and property data for these ele-

ments. The carbon-to-metal ratio of the

impregnated elements was not as low as had

Fig. 14. Full-length view of (U,Zr)C (car-
b%de)fuel element. Length, 0.64 m;
across flats, 5.5 mm; coolant-
channel diameter, 3.2 mm; and
carbon/metal atom ratio, 0.8 to
0.92.

~

~Filler

Pyrographite

Aluminum Tube
Fig. 15. NF-1 reactor Cell COntaid.n9 (U,

Zr)C(carbide)fuel elements. The
filler was zrc-graphite (composite)
coated with ZrC.

11



TABLE VI

GENERAL CHARACTERISTICS FOR
(U,Zr)C(CARBIDE)FUEL ELEMENTS

“

.

Parameter

Uranium loading, kg/m3

u, %

Zr, %

C, % total

C, % free

o, %

N, %

Carbon/metal atom ratio

Density, Mg/mg

Porosity, %

Thermal conductivity,a W/m.K

Long./Trans. properties

Failure strain, pm/m

Failure stress, MPa

Modulus, GPa

CTE ,
b

~m/m”K

Compressive deformation,= %

at 2770 K

at 2870 K

at 2970 K

Impregnation Mass Gain, %

o

% 300

5.88

82.9

11.0

40.05

0.05

0.14

0.981

5.48

23

10.0

540/460

140/75

250/160

7.8

.-

--

26

3

~ 300

5.64

83.1

11.0

<0.05

0.07

0.22

0.980

5.46

21

8.6

470/460

140/90

290/200

7.8

4

20

8

% 300

5.42

83.5

10.8

<().05

0.04

0.29

0.958

5.71

18

8.2

300/450

100/95

330/210

7.8

2

5

7

aRoom temperature longitudinal and transverse properties.

bCoefficient of thermal expansion, 293 to 2300 K.

C6.9 MPa for one hour.

been expected because of carbon pickup from

the atmosphere of the heat-treatment

furnaces.

The temperatures at which liquid is

formed in (Uoa1Zrot9)Cx as a function of

carbon stoichiometry are shown in Fig. 16.

A proposed maximum operating tempera-

ture of 3200 K is equivalent to a specific

impulse of N 950 sec in a nuclear propulsion

engine using hydrogen as a propellant and,

as indicated in Fig. 16, would require care-

ful control of the carbon stoichiometry.

V. REACTOR PERFORMANCE OF CAREIDE ELEMENTS

The NF-1 full-power conditions affect-

ing the carbide elements were essentially

those listed in Table IV. The primary pur-

pose of the carbide fuel-element experiment

in the NF-1 reactor was to determine the

fracture mode of the carbide elements at

peak power densities up to N 4500 MW/m3.

Considerable transverse fracturing could be

tolerated, but extensive longitudinal

fracturing or fragmentation would cause op-

erational difficulties, i.e., plugged flow

passages and hot spots.

.

.
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The two thermocouple channels, which

measured the exit-gas temperature from the

two cells of carbide elements, behaved con-

siderably different than the other channels.

First, their temperatures were ~ 100 K

lower than the core average of 2450 R,

either due to improper orificing or because

of incorrectly predicted carbide-element

power. Secondly, the two channels showed

a greater variability with time than any

other channel, exhibiting both long-term

drifts and short-term fluctuations. The

fluctuations may have been due to impedance

variations, such as might be caused by

fractured elements.

Before disassembling the two cells,

steel skewers were inserted in the coolant-

channel passages of the elements. The

metal walls of the cells were split longi-

tudinally and the elements were exposed to

view. There were many transverse fractures,

but no fragmentation into small-size parti-

cles.

The nonimpregnated elements, installed

only in the cold-end section of the core

(from Station O to 650), had transverse

fractures at 5= to 15-mm intervals [one to

three fuel-element diameters, Fig. 17, (A)

and (B)]. Microscopic examination of po-

lished samples showed up to two longitudinal

cracks per cross section from Station 200

to Station 650. There was considerable

longitudinal and transverse fracturing --

typically shown in Fig. 17, (C) -- from

Station ~ 500 to 650.

The 3%-impregnated elements, in both

the cold- and hot-end sections, had a similar

fracture pattern, except that the highly

fractured region extended from Station ~

500 to Station ~ 800. As many as four

longitudinal cracks per cross section were

counted in this region. At higher stations,

1000 to 1300, the transverse fractures oc-

curred at 25- to 50-mm intervals, with one

longitudinal crack per cross section oc-

casionally.

The 8%-impregnated elements, installed

only in the hot-end section (from Station

650 to 1300), did not undergo as much frac-

turing as the other two types. At Station

700, where the peak power density was ~

4500 MW/m , the characteristic transverse

fracture interval was - 25 mm, and at higher

stations fractures occurred sometimes only

at 100-mm intervals. Typical fractures are

shown in Fig. 17,(D). Microscopic examina-

tion of polished sections indicated that

some samples had no longitudinal cracks,

even at Station 700, and at the most only

one crack per cross section.

Although the extent of longitudinal

cracking in the carbide elements was dis-

appointing, their performance in retrospect

was not unreasonable considering the low

strain-to-fracture characteristics of the

matrices, the high power density, and the

thermal gradients developed during the two

emergency shutdowns. New matrix develop-

ment experiments have indicated that the

strain-to-fracture characteristics of the

carbide elements probably can be increased

13
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17. Fracture patterns in NF-1 carbide elements: (A) and (B) show
transverse fractures at low Stations O to 600; (C) shows both
longitudinal and transverse fractures with a piece removed,
and-(D) shows a transverse fracture at high S~ations 700
to 1300.

by a factor of two, i.e., to about 800 to

1000 yin/mversus 300 to 500 Urn/mof the

NF-1 carbide elements. Reducing the cross

section and web thickness of the elements

by 25% would substantially decrease the

steady state temperature gradients. An

improved matrix coupled with a modified

design would significantly increase the

fracture resistance of carbide elements

over that of those used in the NF-1 reactor.

Component tests have indicated that carbide

elements would perform for many hours at

14

temperatures of 2800 to 3100 K

serious losses of C, U, or Zr.

VI . CONCLUSIONS

A. Composite Elements

without

The mass losses of composite elements,

because of the reaction of hydrogen with

graphite, were very dependent on the forma-

tion of cracks in the protective ZrC coating.

Minimizing the thermal-expansion mismatch

between the ZrC coating and the composite

.

.
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matrix reduced both the tendency to form

coating cracks and the mass loss. Mass

losses were unexpectedly high in those por-

tions of the elements which had been dam-

aged by radiation. This damage--apparently

due to interaction of fission fragments

with the graphite--degraded the thermal

transport properties of the matrix, and the

resulting temperature gradients caused ex-

tensive cracking of the coating. The com-

posite elements withstood peak power den-

sities of 4500 to 5000 NN/m3 without major

difficulties. In general, the NF-1 experi-

ments indicate that composite elements

(even those suffering the highest carbon

loss) would perform satisfactorily for at

least two hours in a nuclear propulsion re-

actor which heated hydrogen to the tempera-

ture region of 2500 to 2800 K. The basic

information leading to this conclusion is

the constancy of the individual exit-gas

thermocouple readings for each fuel ele-

ment during the course of the NF-1 reactor

operation. These readings were essentially

constant for all composite elements; con-

sequently, it could be concluded that even

the highest carbon losses had not inter-

fered with the proper functioning of the

elements concerned. An extrapolation of

these results to longer reactor run times--

ten hours for example-- is difficult.

Massive nonlinear and catastrophic carbon

losses such as those previously observed

for carbide-coated graphite elements would

not be expected. What might occur in a nu-

clear propulsion reactor (in which, unlike

the conditions in NF-1, element-to-element

interactions could be of importance) is

transverse fracturing of some elements,

due to repeated temperature cycling, in the

region from which the most carbon had been

removed and thereby weakened; (Fig. 18

shows the change in flexure strength due
.

to midrange mass losses). Such fractures

could cause radial cross-flow of hydrogen
. among coolant channels, particularly for

those elements which had a large variation

in inlet orifice sizes. Therefore, matrix

8;!):: I
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Fig. 18. Changes in room-temperature
flexure stress-to-fracture of
NF-1 composite elements relative
to the fracture strength before
the NF-1 test.

temperatures might increase locally. The

consequences of such local temperature in-

creases are not easily determined. The

useful life of composite elements, of the

high-CTE matrix type with the lowest mass

losses in the NF-1 reactor, is certainly

longer than two hours, probably two to

three times as long.

B. Carbide Elements

The carbide elements in NF-1 cracked

extensively, particularly near the center

of the reactor where the peak power den-

sities were % 4500 MW/m3 and the tempera-

ture was 1500 to 1800 K. No evidence of

fragmentation into millimeter-size parti-

cles was seen. Improvements in strain-to-

fracture properties of the matrix, and de-

sign changes to minimize temperature gra-

dients, would mak~ these elements useful

at power densities of 3000 to 4000 NW/m’.



c. Reactor Performance of Composite vs
Graphite Elements

The mass-loss behavior of composite

elements cannot be compared directly with

that of graphite elements because the two

types of elements were never tested in the

same reactor. However, the performance of

graphite elements tested in the Pewee 1

reactor can be compared with that of com-

posite elements in the NF-1 test. The run

time of the Pewee 1 reactor was 40 min

versus 109 min for the NF-1 reactor. The

time-average coolant-channel surface tem-

perature at Station 1000 was 2575 and 2475 K

for the two reactors, i.e., the test tem-

perature in the Pewee 1 reactor was m 100 K

higher than in the NF-1 reactor. The av-

erage fuel-element power density was 1.2

and 0.9 MW/element for the Pewee 1 and NF-1

tests, respectively. The coolant channels

from Station 800 to 1300 of the graphite

elements in the Pewee 1 reactor were coated

with either a NbC or a ZrC coating of w 75

pm thickness, whereas the coolant channels

at these stations of composite elements in

NF-1 were coated with a ZrC coating of 100

to 150 pm thickness.

Figure 19 presents the average mass

loss rates per unit surface area of coolant

channel as a function of station for Pewee-1

and NF-1 elements. The average losses in

the midrange section were similar for all

types of elements; however, these losses

were quite variable for individual elements.

The CTE of the graphite fuel-element matrix,

containing pyrocarbon-coated UCZ spheres,

was m 5 pm/m.K as compared to ‘W6.6 pm/m”K

(293-2300 K range) for the high-CTE type

composite matrix. The strain capability of

the coatings on the graphite elements was

exceeded on cooldown from the temperature

used in the coating deposition process, and

the coolant-channel coatings of these ele-

ments therefore cracked extensively. Ap-

parently, the mass-loss rates in the mid-

range section of both types of elements

were due to the presence of coolant-channel

‘T3=EEE
TT/N

Ot
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Fig. 19. Mass loss rates per unit surface
area of coolant channel vs station
for graphite and composite ele-
ments: (A) average for 102 Pewee-1
graphite fuel elements coated with
NbC, (B) average for 12 Pewee-1
graphite fuel elements coated with
ZrC, (C) average for 23 NF-1 high-
CTE composite fuel elements coated
with ZrCz adjusted to the Pewee-1
test temperature.

coating cracks regardless of the mechanism

by which these cracks had been formed (mis- -

match of matrix and carbide coating CTE,

effects of emergency shutdowns, or radiation

damage to the matrix).

The hot-end mass loss rates of the NbC-

coated graphite elements in Pewee 1 were

considerably higher than those of comparable

ZrC-coated graphite elements. This difference

was expected because of the higher diffusion

coefficient of carbon through NbC than through

ZrC. The hot-end mass loss rates of ZrC-

coated high-CTE type composite fuel elements

in NF-1 were lower than those of the graphite

elements even after adjustment for the dif-

ference in operating temperatures between

the two reactors (based on the data of

Fig. 8: - the 1OO-K difference in bore

.

.

.

.
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surface

results

for the

er than

hot-end

temperature between the two reactors

in a hot-end mass loss rate which,

Pewee 1 reactor, is 1.5 times high-

for the NF-1 reactor). These lower

mass loss rates of the NF-1 elements

undoubtedly were due, in part, to the in-

creased thickness of the ZrC coatings in

the NF-1 elements.

The assumption used in this comparison

of graphite vs composite elements is that

the mass.loss rates are linear with respect

to time and amount of mass loss. Previous

reactor tests with graphite elements in-

dicate a high incidence of catastrophic

erosion if mass losses were high. Howeverr

the presence of a continuous carbide net-

work in composite elements has prevented

erosion both in component tests and in the

NF-1 test. In component tests, these ele-

ments have not shown any substantial change

in mass loss rate as a function of test

time.

The graphite fuel elements would not

have undergone degradation of properties

by interaction of fission fragments with

the matrix because the range of the fission

fragments would not have exceeded the di-

mensions of the pyrocarbon-coated UCZ par-

ticles. In addition, radiation damage to

the graphite fuel element by fast-neutron

fluence is considered to become important

only after several hundred hours of opera-

tion in a nuclear propulsion reactor. To

reduce the losses in the midrange section

of graphite elements, the CTE of the matrix

should be increased to N 7 Um/m.K. Recent

developments at Union Carbide’s Y-12 plant

at Oak Ridge may eventually have resulted
11

in a much improved high-CTE element.

The usefulness of composite elements

is limited by their high susceptibility to

radiation damage. However, wherever re-

sistance to erosion is a requirement, their

performance is highly superior

graphite-matrix fuel elements.

VII. APPENDIXES

Attached are Appendixes A

to that of

through E,

which summarize the development history of

the (U,Zr)C-graphite and carbide fuel el-

ements. The results of detailed evaluation

studies of composite elements are also

included.
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APPENDIX A

HISTORY OF LASL DEVELOPMENT OF CARBIDE-GRAPHITE

.

COMPOSITE STRUCTURAL MATERIALS; (U,Zr)C<RAPH.TTE
(COMpOSITE)FUEL ELEMENTS; AND (U,Zr)C FUEL ELE~NTS

I. INTRODUCTION

The need for structural materials that

would withstand the Rover reactor core en-

vironment better than NbC-coated graphite

was recognized early in 1962. Niobium-

carbide coated graphite was used as part of

the structural support of the core but was

subjected to attack by flowing hydrogen gas

at temperatures up to 2800 K. The NbC-

coated graphite lost mass by the carbon-

hydrogen reaction and, at times, experienced

considerable erosion. The main difficulties

with this material were attributed to the

poor adherence of the NbC to the graphite

and to the presence of numerous cracks in

the coating.

Composites of carbide and graphite were

developed to replace NbC-coated graphite and

were used as fuel-element tips, support ped-

estals, support cups, support elements, and

peripheral filler elements. Where neutronic

considerations were not important, e.g., at

the end of the reactor core, composites con-

taining TaC, NbC, or mixtures thereof were

used. Zirconium-carbide graphite composites

were used at all locations where neutronic

considerations were important. The struc-

tural composites were coated with a TaC,

NbC, or ZrC protective coating of 50 to

100 ~m thickness. These coatings, when

deposited on the composites, were very ad-

herent and afforded much better protection

to hydrogen attack than on graphite.

The success of structural components

made from carbide-graphite composites led

to the development of both the (U,Zr)C-

graphite (composite) and all-carbide types

of fuel elements. The main objective was the

development of fuel elements which would be

highly resistant to hydrogen attack and could

be used at high operating temperatures. The

composite fuel element retained the geometry

of the old graphite element, but the all- .

carbide fuel element, which consisted of

(U,Zr)C substoichiometric in carbon had to

be redesigned. The all-carbide element was

expected to have excellent resistance to hy-

drogen attack, but would have low thermal-

stress resistance. Achieving a balance

among thermal-stress resistance, high-tem-

perature performance, and resistance to hy-

drogen attack was one of the goals through-

out the entire development of structural com-

posites, composite fuel elements, and all-

carbide fuel elements. However, in the case

of all-carbide elements, it was recognized

from the start that its resistance to ther-

mal stress would be s low that cracking and

breaking during reactor operation could not

be avoided, but it was thought possible to

restrict thermal-stress cracking to toler-
.

able levels by changing the geometry to a

thinner element with only one coolant channel.

11. CARBIDE-GRAPHITE COMPOSITE
STRUCTURAL MATERIALS

In November 1962, Union Carbide Nuclear

Corp. (Y-12) made some experimental nozzles

for NASA from composite containing carbide

and graphite. The nozzles were made by a

cold press-sinter technique using graphite

filler flour, Varcum binder, and either TaC

or NbC carbide powder. The carbide content

ranged from O to 100%. Samples of these

materials were submitted in January 1963 to

LASL for possible use in the Rover program.
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h late 1963 and all through 1964,

small-scale cooperative experiments were

conducted by Y-12 and LASL on the usefulness

of carbide-graphite composites as fuel-ele-

ment tips. NbC- and TaC-graphite composites

were made by cold press-sintering and ex-

trusion techniques at Y-12 from June 1963

through 1965, whereas during this time LASL

was fabricating carbide-graphite composite
Al

materials by hot-pressing and by extru-

sionA2 techniques. Also, in early 1964,

Illinois Institute of Technology and Re-

search (IITR) began an independent study of

the fabrication process and of the proper-

ties of hot-pressed carbide-graphite com-

posites. In February 1965, LASL formed a

committee to guide the development activi-

ties relating to carbide-graphite composites.

During this exploratory work, the ad-

vantages of composite materials containing

50 to 80 vol% carbide (e.g., their adequate

structural strength at temperatures up to

2800 K, excellent adherence of vapor-de-

posited carbide protective coatings, and re-

tention of some structural integrity upon

loss of carbon due to diffusion through the

coating or through coating defects) were re-

cognized for possible use in Rover reactors.

Acceptable thermal-stress resistance was

obtained in structural applications by ad-

justing the amount of carbide and by de-

signing the parts so that only low-tempera-

ture gradients would arise in either steady

stake or transient conditions. The first

reactor use of these carbide-graphite com-

posite support materials was planned as a

LASL experiment in the NERVA program’s

NRXA-6 reactor in the form of support ped-

estals, fuel-element tips, and special cups

for use with graphite support blocks. Due

to reasons not connected with these plans,

only the cups were used in the NRKA-6 re-

actor. The reactor was run on December 15,

1967, and the composite cups performed

satisfactorily. Later, complete dependence

on composites was initiated for the hot-end

support hardware in the Pewee 1 reactor

including pedestals, fuel-element tips,

support-element tips, and cups. The LASL

and WANL designs of these units were slightly

different, but in all cases the composite

support hardware performed quite well in

the December 1968 Pewee 1 test.
A3

Com-

posite support hardware was also fabricated

for the Pewee 2 and NF-1 reactors.

III. (U,Zr)C-GRAPHITE (COMPOSITE)
FUEL ELEMENTS

The use of uranium carbides as a com-

ponent of fuel elements for nuclear pro-

pulsion reactors was discussed from the very

beginning of the Rover program. On May 15,

1956,the fabrication of parts for the first

Rover reactor was discussed in a LASL con-

ference. At that time the reactor design

had advanced far enough to specify the use

of flat plates of graphite as fuel elements.

Much of the discussion, however, centered

on the problem of incorporating UCZ into

these plates and on the expressed doubt

that the UCz-graphite system might not be

satisfactory at temperatures of 5 2770 K

because of the formation of a eutectic

melt at 2725 K. The possible use of (U,Zr)C

solid-solution carbide as a replacement for

UC2 was therefore also discussed at that

meeting. The melting point of 80 wt% ZrC

mixed with 20 wt% UC (~ 10 mol% UC) in the

presence of excess carbon was thought to

be in excess of 2970 K, and such a material

was expected to be better suited for use

in graphite elements than UC2. However,

the first fuel elements were made by im-

pregnating graphite plates with a solution

of uranyl nitrate and subsequent heat treat-

ment formed UC2 particles. Solid-solution

carbide dispersed throughout the graphite

was not used.

The first Rover reactor tests were

primarily engineering feasibility tests,

and extruded graphite fuel elements con-

taining dispersed UC2 continued to be used

for these early test reactors.

In April 1962 the use of graphite

fuel elements containing finely divided UC2

was discontinued, primarily because of the

.

.

.
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problems associated with hydrolysis of the

UC2 with the moisture in air. The fuel el-

ements used thereafter until 1969 in six

nuclear propulsion test reactors of the Kiwi,

Phoebus, and Pewee design had a graphite

matrix containing pyrocarbon-coated UC2

spheres of ~ 150 pm maximum diameter. Not

only did the coated spheres solve the hy-

drolysis problem, but their use allowed the

application of NbC or ZrC coatings, by a

chemical vapor-deposition process, to the

coolant channels. However, mass losses of

carbon from the elements at the end of one

hour of component or reactor testing were

high enough to cause doubts as to whether

graphite elements could be used for longer

periods of time. As outlined below, the

search for fuel elements that had more re-

sistance to carbon mass losses than graphite

elements began in 1965.

From 1964 to 1966, extruded 19-hole

hexagonal 50-vo1% composite elanents were

made, both at Y-12 and LASL, by using NbC

or TaC carbides. These el&ents were fa-

bricated primarily as an experiment to

evaluate the usefulness of extruded material

for fuel-element tips as compared to hot-

pressed material. In the course of this

evaluation, an attempt was made to run 50-

vol%-carbide elements in normal hydrogen

corrosion tests. On rampup to full-power

conditions of 0.9 MN these elements de-

veloped longitudinal cracks terminating in

several transverse cracks. The formation

of these cracks was interpreted as being

due to the relatively low thermal-stress

resistance of the composites as compared to

that of graphite fuel elements. Exploratory

extrusions were made at LASL in the last

half of 1965 beginning the development of

(U,Zr)C-graphite elements. In 1967, a

laboratory component test was perfected

which evaluated the thermal-stress resist-

anceA4 of Rover fuel elements. In August

1967, a program of evaluating the thermal-

stress resistance of composite elements as

a function of carbide content was started.

Early in 1968, ‘the results from the Labor-

atory thermal-stress study indicated that

20- and 30-vol%-NbC composite elements and

the standard graphite elements had compara-

ble thermal-stress resistances. These en-

couraging results, along with the excellent

adherence of protective coatings on com-

posites and the resistance of composites to

disastrous corrosion and erosion attack by

hydrogen, led to a decision in early 1968

to accelerate the development work on com-

po?ite elements. The carbide chosen for

use in composite fuel elements was (U,Zr)C

because of its advantageous neutronic and

high-temperature properties. Simultaneous ly,

work was started on the ch=ical-vapor-de-

position techniques of applying ZrC coatings

both to the standard graphite and to the

(U,Zr)C-graphite elements, and in June 1968,

the efforts of the Rover materials program

at LASL were concentrated on the develop-

ment of the (U,Zr)C-graphite fuel elements.

~ongider&le workA5-A7
was done by

General Electric (Evandale) in 1963-1965

investigating the usefulness of loading

graphite Rover elements with (U,Zr)C solid

solutions. Most of their work consisted of

extrusions starting with (U,Zr)C solid so-

lutions rather than forming the solid so-

lution in situ. Due to oxidation problems.—
during the early stages of fabrication, the

mechanical properties of the final elements

were relatively poor. In addition, dis-

proportionation of the (U,Zr)C solid so-

lution into UC2 developed during the final

high-temperature heat treatment with sub-

sequent hydrolysis problems due to reaction

of the UC2 with moisture in air. This dis-

proportionation was attributed to the use

of 30- to 50-mol% UC in the solid solution.

In their final work with (U,Zr)C solid so-

lutions of < 20 mol% UC, General Electric

experienced very little disproportionation

into ucz and very little hydrolysis. In

the type of composite elements fabricated

at LASL, the concentration of UC in the

final solid solution formed was ~ 14 mol%.

As mentioned earlier, the Pewee 1 re-

actor tested in December 1968 contained
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experimental composite support materials;

however, the fuel elements were of the old

graphite type loaded with pyrolytic-carbon-

coated ucz spheres. The next reactor, Pewee

2, was planned to test new types of f~el el-

ements and many forms of composite support

materials. The Pewee 2 reactor was never

tested because of funding and environmental-

impact difficulties. However, the following

list of core components, fabricated and as-

sembled into the Pewee 2 reactor, indicates

the number of composite experiments in the

reactor.

Number Description

% 175 (U,Zr)C-C, 30-vo1% carbide, ex-
truded composite fuel elements.

~ 225 High-CTE graphite-matrix fuel el-
ements containing coated UC2 par-
ticles from WANL and Y-12.

‘1 100 ZrC-C, 36-vo1% carbide, extruded
composite support elements.

Q 25 ZrC-C containing % 300 kg/m9 TaC,
36-vo1% carbide, extruded com-
posite support elements used as
neutronic shims.

% 127 TaC/NbC-C, 46-vo1% carbide, hot-
pressed composite pedestal-cup
assemblies.

% 80 ZrC-C, 30-vo1% carbide, extruded
filler elements for the core
periphery.

All composite materials were fabricated at

LASL . The composite fuel, support, and fil-

ler elements were coated with ZrC and the

pedestal-cup assemblies were coated with TaC.

The fabrication and assembly of Pewee 2 was

completed by the summer of 1971.

During 1970 the design of a small re-

actor (NF-1) for use as a materials test

vehicle was completed. Forty-seven com-

posite elements, 28 all-carbide elements,

and several composite support materials ex-

periments were fabricated for use in this

reactor. The NF-1 reactor was tested in the

summer of 1972 and the results of this test

are a part of this report.

Iv. (U,Zr)C, ALL-CARBIDE FUEL ELEMENTS

Throughout 1965 the possibility of using

an all-carbide fuel element as a means to

reduce and perhaps eliminate carbon mass

losses began to be considered seriously.

Attempts were made to extrude small single-

hole carbide-graphite composites containing

large amounts of carbide. In December 1965,

tubes of ~ 7 mm diameter were extruded,

using UDZ and ZrC as starting materials in

an attempt to produce an all-carbide fuel

element. Throughout 1966 parametric studies

were conducted to develop information con-

cerning the effect of starting materials and

extrusion conditions on the properties of the

elements, i.e., strength, shrinkage during

processing, density, etc. At the end of

these studies the advantages of retaining

N 3 wt% free carbon in the fuel element after

the final high-temperature heat treatment

became evident. This quantity of carbon

aided in the extrusion process, controlled

shrinkage and matrix microstructure, pre-

vented sticking of the elements in the graph-

ite fixtures used during heat treatment, and

improved the machining characteristics of

the elements.

In 1967 and 1968 carbide elements were

made by using ZrOZ and U02 rather than ZrC

and U02 mixtures. The elements made with

Zr02 had very excellent strength properties

and high densities. However, the shrinkage

and strength of these extrusions was so un-

predictable, depending on the source of the

ZrOz, that this approach was dropped. Ele-

ments made from ZrC, U02, and small amounts

of Zr02 were then developed, and their

shrinkage and final density properties were

reproducible. These elements contained s 3

wt% free carbon, and the carbon and void

space occupied N 25 vol% of the matrix gross

volume.

.

.

.
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In 1969 attempts were started to de-

velop processes to remove the free carbon

from the elements and to achieve matrices

substoichiometric in carbon. Impregnation

of the matrices with zirconium, by using a

modification of the techniques developed for

chemical vapor deposition of Zrc protective

coatings, was started. Eventually a pro-

cess was developed where a combination of

leaching out the free carbon with hydrogen

and then impregnating the matrix with zir-

conium resulted in matrices substoichio-

metric in carbon.

.TnJune 1970, a series of carbide
235

elements was made by using u of 93%

enrichment, with uranium loadings from 200

to 130b kg/m3. This series of elements was

used to detect and identify any fabrication

problems as a function of uranium loading.

Following this work, $ 4000 carbide ele-

ments, containing ~ 3 wt% free carbon, were

fabricated in late 1970 for use in neutronic

experiments pertaining to reactors of the

Pewee design (critical mass of Q 40 kg of

93% enriched 235U) .

Throughout 1971 and in early 1972 car-

bide elements were fabricated fOr use in

the NF-1 reactor with results as described

in the main body of this report.
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APPENDIX B

A COMPREHENSIVE STUDY OF COMPOSITE FUEL ELEMENT
MATRICES: THE NF-1 EXPERIMENT

.

.

I. INTRODUCTION

Extensive effort was devoted at LASL

toward the development of a (U,Zr)C-graphite

(composite) matrix, with the goal of pro-

ducing fuel elements of acceptable thermal

stress resistance whose ZrC coatings would

remain crack-free even after simulated or

actual reactor testing. The general approach

was (1) to improve the thermal-stress re-

sistance of elements by heat-treating the

matrix to increase the thermal conductivity

and to develop a strong interconnected car-

bide network, and (2) to increase the ma-

trix longitudinal coefficient of thermal

expansion (CTE) to at least 7 pm/m.K (293

to 2300 K range) by increasing the volume

content (vol%) of carbide and by the use of

high-CTE filler flours, both of which should

minimize the mismatch between the matrix and

the ZrC coating (whose CTE is N 7.7 pm/m.K).

The goal was attained only occasionally

because of difficulties in obtaining proper

heat-treatment conditions. These difficul-

ties were due to the sensitivity of compos-

ite matrix properties to heat-treatment tem-

perature and to difficulties of controlling

the temperature of the heat-treatment fur-

nace. Nevertheless, 35-vo1% carbide com-

posite matrices were manufactured success-

fully with a CTE of ~ 6.8 pm/m.K and with

thermal-stress resistances greater than

those required for elements in a typical nu-

clear propulsion reactor of the Pewee and

Phoebus designs.

The high-CTE filler flours used in this

study [KX-88, JM-15, GL-1076, and POCO

(L.F.)1 are described in detail; and the ef-

fects of the various fabrication steps,

24

particularly of the final heat-treatment,

are described in terms of metallography,

resistance, density, x-ray diffraction,

permeability, and chemical analysi.a. Prop-

erties of the composite matrices -- of im-

portance in reactor use -- are presented

and are correlated with fabrication con-

ditions. The microstructure, carbide-cage

structure, CTE, thermal conductivity, ther-

mal-shock resistance (ZAP test) , and ther-

mal-stress resistance (peak power-density

test) of the matrices are discussed.

II. SUMMARY

A. Microstructure

The best microstructure was obtained

by heating the composite matrix substan-

tially above the solidus temperature. Al-

though heat-treatment temperatures were

not known accurately, it is suspected that

15 to 25% of the carbide in these matrices

was in liquid form for at least a short

time during final heat-treatment. The

microstructure had the following character-

istics,as revealed by optical and electron

microscopy: (1) the carbide was coarsened

and coalesced into a continuous network,

with the coalesced carbide having a cross-

sectional width ranging from 5 to 20 pm;

(2) the large filler-flour particles were

reorganized, i.e., polygonized, into blocky

domains of graphite and contained angular

voids; and (3) interparticle voids were

often relatively equiaxed, with scalloped

edges generally bounded by Type-I reorgan-

ized graphite. -- [A common feature in the

microstructure of (U,Zr)C-C (composites) heat-

treated to graphitizing temperatures is

.
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the presence of reorganized graphite, three

forms of which have been recognized. Z

~ appears at relatively low graphitizing

temperatures, principally at the expense of

binder carbon and carbon black, and occurs

largely as shells on carbide particles.

Type II forms at higher temperatures, in-

volves all the carbon in the matrix of the

composite, and appears as large, blocky

particles of extremely well-ordered material.

It has often been described as proeutectic

graphite. A third,polygonal,type develops

from an internal reorganization of filler

particles and appears as a progressive or-

dering of the filler-particle structure with

no apparent change in size or shape of the

particles. Further reorganization results

in the formation of Type II graphite.]

B. Carbide Network

The best composite matrix had a strong,

interconnected three-dimensional network of

coarse carbide. Scanning-electron micros-

copy of a piece of a fuel element from

which all free carbon had been leached with

l-atm hydrogen at N 1800 K revealed the net-

work character of the carbide phase and con-

firmed the metallographic evidence that the

carbide filaments were ~ 5 to 20 vm in

cross section. The 25-mm-long leached

piece had its original shape and dimensions,

and had a room-temperature axial crushing

strength of 11.7 MPa.

c. Coefficient of Thermal Expansion (CTE)

Elements with 35 vol% carbide and me-

dium loadings of 298 to 382 kg/m3 of 93%
235

U, containing any of the high-CTE filler

flours, did not have values of CTE above

6.8 pm/m”K after heat-treatment at > 2950 K

(near or above the solidus temperatures).

The matrices containing the high-CTE fil-

lers had substantially higher values of CTE

than matrices containing S-97 filler. For

matrices containing high-CTE fillers: (1)

the CTE increased with carbide content for

comparable heat treatment; (2) the CTE of

matrices containing KX-88 filler was in-

sensitive to heat-treatment temperature;

(3) the CTE of matrices containing JM-15

filler, and perhaps POCO (L.F.) filler, de-

creased with increasing heat-treatment tem-

perature; and (4) matrices made with high-

CTE filler were more isotropic than matrices

made with s-97 filler, with the matrix con-

taining POCO (L.F.) filler being isotroPic.

Elements with 35 vol% carbide and high

loadings of 725 kg/m3, containing KX-88,

JM-15, or GL-1076 filler, had CTE values of

7.0 to 7.2 Bm/m.K when heat-treated at

N 2620 K for 6 h or subsequently at ~ 2770 K

for 2 h (versus a solidus temperature of

2820 K). These elements had values of CTE

that were higher than those of any 35-vol%-

carbide composite element made before. How-

ever, the Kx-88 matrix, the only one tested

to date, had poor thermal-stress resistance

reflecting a poor microstructure.

D. Thermal Conductivity

Composite matrices heated to tempera-

ture near or above the solidus temperature

had room-temperature thermal conductivities

ranging from 69 to 87 W/m.K. These data were

consistent with values predicted on the basis

of 13rugg-an’s model for variable dispersions,

unlike the lower values obtained previously

on materials containing S-97 filler that had

been heat-treated far below the solidus tem-

peratures. One composite matrix (35 vol%

carbide, KX-88 flour, 382 kg/m9 loading,

3010 K solidus temperature) showed an in-

crease in thermal conductivity from 71 to

87 W/m.K when the nominal final heat-treat-

ment temperature was increased from ~ 3020

to 3070 K, giving the desired microstructure.

Some fuel-element sections had ex-

tremely high room-temperature thermal con-

ductivities. The high values were associ-

ated with excessive melting at the surfaces

of bores, which occurred in portions of

30-vo1% carbide elements in two final heat-

treatment runs. Substantial axial movement

of the carbide took place in these elements.
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This movement

to a lowering

by impurities

can be

of the

in the

explained only as due

carbide melting point

argon sweep gas. The

excessively melted porous region next to

each bore near the middle of the element

showed the presence of massive carbide and

of large blocks of !rype-11 (proeutectic)

graphite. Such material had a room-tempera-

ture thermal conductivity of 150 W/mOK.

Moreover, relatively nonporous regions from

near the ends of the same element, in which

highly coalesced carbide and very highly

reorganized graphite was present, hzd ther-

mal conductivities of m 120 W/m.K. This in-

dicates that usable composite matrices can

be made with thermal conductivities > 100

W/m.K. The CTE of this excessively melted

matrix was approximately the same as that

of an unmelted matrix.

The room-temperature thermal conduc-

tivity of a composite matrix clearly is de-

termined primarily by the thermal conduc-

tivity of the carbon phase. The contribu-

tion of the carbide network to the conduc-

tivity would be expected to be substantially

less than the ~ 25 W/m.K for dense ZrC. The

degree of reorganization or polygonization

of the filler flour that occurs during heat-

treatment at temperatures near and above

the solidus temperature of the composite

matrix clearly is the important factor be-

cause the carbon blacks and the binder re-

sidue have earlier been converted to Type-I

graphite. ‘l’hereorganized graphite in the

composite element, if fully dense, should

have a room-temperature conductivity > 100

W/m-K.

E. Thermal Shock Resistance

Elements that showed excessive melting

near the middle of their length showed spec-

tacularly high thermal-shock resistance at

that location in most cases. There were in-

dications, however, that the high thermal-

shock resistance may have been due to mi-

crostructural effects as well as to the

exceptionally high thermal conductivity

(i.e., 150 W/m.K for one matrix).
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The general trend was that 30-vol%-car-

bide materials were more resistant to ther-

mal shock than 35-vol%-carbide materials.

No correlation with flour type was found.

Within a given extrusion lot of elements

that had medium loadings and did not show

excessive melting, thermal-shock test results

were essentially independent of final heat-

treatment temperature. Thus, for these el-

ements, thermal conductivity did not appear

to affect the thermal-shock test results.

For elements with high uranium loading, ther-

mal shock resistance increased with final

heat-treatment temperature.

F. Thermal Stress Resistance (Peak Power
Density Test)

The test results obtained on uncoated

fuel elements demonstrated that 35-vol%-

carbide composite matrices with thermal-

stress resistances greater than those re-

quired for elements in a nuclear propulsion

reactor can be made by using high-CTE XX-88

or JM-15 filler flour. The best of the KX-88,

35-vol%-carbide elements were almost as re-

sistant to thermal stress as the best 30-

vol%-carbide matrix made previously with

s-97 filler and were comparable to the

GL-1074, 30-vol%-carbide WANL element tested.

The KX-88, 35-vol%-carbide elements showed

increasing thermal-stress resistance that

correlated well with the degree to which

the desired microstructure was approached

and to which the thermal conductivity in-

creased. Several KX-88, 30-vol-%-carbide

elements showed very good thermal-stress re-

sistance, i.e., could not be broken before

the test was terminated due to carbon leach-

ing, even though they were not heat-treated

to the desired microstructure.

G. Heat-Treatment Conditions

A summary of properties of composite

elements as influenced by a slight change in

heat-treatment conditions is given in Fig.

B1 . A change of s 50 K in heat-treatment

temperature increased the thermal conduc-

tivity by ~ 20% and the thermal-stress re-

sistance by ~ 30%.

.
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‘V3025 K for 2 h ~ 3075 K for 2 h

.

.

.

.

(a)
1+ 100 pm +1

Thermal Conductivity i’1 87 W/m.K

Thermal Expansion
(293-2300 K) 6.6 6.8 Urn/m.K

Power to Fracture 4400-5300 5800-6600 MW/m3

Compressive Strength ~ 110 ~ 110 MPa

(b)
1’ 100 ~m ●I

Compressive Strength 5.5 11.7 MPa
Thermal Expansion
(293-2300 K) -- 7.6 ~m/m.K

Fig. B1. Effect of heat-treatment temperature on selected properties of a
composite element. Material: 35-vo1% (U,Zr)Cat 382 kg u/m3 loading;
KX-88 graphite flour; solidus, w 3010 K. (a) microstructure; (b)
carbide structure, carbon leached out.

III. COMPOSITE MATRIX PREPARATION

A. Introduction

The goal of the LASL composite fuel-

element development program was to produce

elements of acceptable thermal-stress re-

sistance whose ZrC coatings will remain

crack-free even after electrical corrosion

or reactor testing.

A fuel-element matrix with high ther-

mal conductivity will have, under reactor

operating conditions, lower temperature

gradients in the matrix and thus lower ther-

mal stresses than a matrix with a low ther-

mal conductivity. A strong three-dimensional

interconnected network of carbide may be

effective in hindering matrix crack propa-

gation, may provide high mechanical strength

and, very importantly, may leave a persistent

structure should the matrix become subject

to hydrogen attack through coating failure

or element breakage in a reactor. The small-

est attainable CTE mismatch between the

matrix and the ZrC coating was desired, to

minimize crack formation in the coating and

defect corrosion during element use.
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Elements were submitted to improved

heat-treatment in a vertical coating fur-

nace modified for use up to 3100 K. At-

tempts were made to increase the CTE of the

matrix by using high-expansion fillers and

by increasing the carbide content to 35

vol%, the maximum carbide content assumed

tolerable from thermal-stress considera-

tions.

The NF-1 composite fuel-element ex-

periment applied these methods toward im-

proving the composite matrix. Some param

eters of the experiment are shown in Table

BT.,namely, four types of filler flour, 30

and 35 vol% carbide content, and medium and

high uranium loading. Some elements from

this experiment were fabricated to provide

improved coated elements for use as elements

in the NF-1 reactor.

Composite elements with very desirable

properties had been made previously at LASL,

i.e., elements made from s-97 flour with

30 vol% carbide and 500 kg/m3 loading.

These elements gave good results in cor-

rosion testing and in thermal-stress testing.

Portions of the elements that gave good re-

sults in thermal-stress testing had a coarse

matrix carbide structure, an unusually high

degree of reorganization of the large fil-

ler-flour particles, and a thermal conduc-

tivity of 76 W/m.K. The three-dimensional

interconnected character of the carbide

structure from these elements had been

demonstrated by scanning-electron-micro-

scope (SEM) examination of pieces from which

all the carbon had been leached with flow-

ing hydrogen at 1 atm and 1870 K for more

than 300 h. The axial crushing strength of

the 25-mm-long leached piece was ~ 8.6 MPa.

The highly reorganized larger filler-flour

particles in these elements resembled, in

some respects, proeutectic graphite found

in composite samples known to have been

heated to temperatures above the solidus

temperatures. This overall type of carbide

and filler-flour microstructure was taken

as the target structure (see Fig. B2),and
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TABLE BI

DESCRIPTION OF COMPOSITE ELEMENTS
IN NF-1 EXPERIMENT

Graphite Carbide
Filler Content,
Flour V018

KX-88 30

35

JM-15 30

35

KX-88/
JN-15a 35

GL-1076 30

Poco (L.F)b30

—------ --

Kx-ee 35

JM-15 35

GL-1076 35

GL-1074
(wANL)’= 30

U Loading,
kg/m3

435

435

324

3S2

308

29S

424

308

339

382

435

725

725

725

440

a50/50mixtureof flours.

bFillerflourfiredat 1270K.

Estrusion
Lot
No.

52

65

61

62

50

60

51

53

56

58

63

54

55

59

8

Units
in

NF-1

4

3

1

3

2

2

3

5

‘Fabricatedby WestinghouseAstronuclearLaboratory
(m) .

heat-treatment to temperatures above the

solidus temperature was presumed to be ne-

cessary to attain this target structure.

The overall fabrication and evaluation

sequence for composite fuel elements is

shown in Fig. B3. The nondestructive tests

(NDT) and the evaluation tests conducted

were: PERM, permeability of matrix to gas

flow; IPDE, resistance of matrix as mea-

sured by an incremental potential drop ex-

amination; MULE, mass-per-unit length ex-

amination by gamma-ray absorptometry; EC

(I and E), internal and external eddy cur-

rent examination of matrix for flaws; GAMMA

count examination for nondestructive assay
of 235

U; RAD, x-ray radiography examination

for matrix flaws; HREC, high-resolution

eddy current examination for cracks in Zrc

.

.

.
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TARGET STRUCTURE

LOW-FIRE 2650 K HIGH-FIRE 3025 K HIGH-FIRE 3075 K

.

Fig. B2.

ELEMENTS FROM LOT 62 (KX-88, 35 VO1%,

Microstructure of composite elements as
ture. The gray areas are graphite, “cne
areas are void.

coatings; HOLE LOC., examination of a wafer

for location of coolant channels; MET,

metallographic examination of matrix and

coating microstructure; CHEMISTRY, analysis

for elemental composition; X-RAY DIFF.,

x-ray diffraction for composition of (U,Zr)C

phase; LEACH, remove carbon from a sample

by reaction with hot hydrogen and study

carbide network; CTE, coefficient-of-ther-

real-expansion determination; ZAP, thermal-

shock test; THERMAL STRESS, determination

of electrical power density required to

produce matrix fracture; PHYSICAL PROP.,

determination of mechanical and thermal

properties; and HOT GAS TEST, evaluation of

resistance of coated element to reaction

with flowing hot hydrogen gas.

382 kg U/cm3) (STATION 28)

a function of heat-treatment tempera-
white areas are carbide,and the black

The elements were made by an extrusion

process from a mixture of powdered ingredi-

ents and a thermosetting binder. During

the Low-Fire heat-treatment at temperatures

Up to 2600 K, solid-solution (U,Zr)C carbide

was formed in situ. The final High-Fire——
heat-treatment at temperatures of 2800 to

3100 K produced the structural changes in

both the carbide and graphite phases.

B. Materials and Extrusion

The ZrC powder used in the manufacture

of fuel elements was reactor-grade (< 200

ppm Hf) and had a Fisher average particle

size of 3.5 pm. A typical analysis was

88.3% zirconium and 11.5% total carbon,
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CURE

(1) TO S20K IN
AIR (93h)

(2)TO 670K IN
N2 (63h)

*

MACHINE HIGH.FIRE LOW-FIRE BAKE
~ 2&031D0 K ~ 2EiI0K * TO 1070K IN -

INAr(2h) INAr(6h] Ar(69h)

NOT BORE COAT
EXTERIOR

4
NO~ ~ NDT

PERM. ; -15WK
+

IPDE
~ IPOE ;

HREC ‘15COK MULE I
MULE ;
EC(l&E)I

. HREC I
GAMMA ~

GAMMA 1
RAD. I EVALUATION:

I
IEVALUATION:

HOLE LOC. CTE
MET ZAP

HOLE LOC.
MET

CHEMISTRY THERMAL STRESS rAP
X-RAY DIFF. PHYSICAL PROP. THERMAL STRESS
LEACH HOT GAS TEST

Fig. B3. Preparation and evaluation of composite fuel elements.

IIJ0.2% of which was free carbon. Impurities

included 0.2% NZ, 0.2% 02, and 90 ppm of

sulfur. Metallic impurities were low, the

major ones being 200 ppm of titanium, 150

ppm of tantalum, and 100 ppm of iron. The

carbide particles were of high density and

relatively eguiaxed.

The enriched UOZ powder used in the

fuel-element extrusion mix was produced at

LASL. The powder was -325 mesh and had a

Fisher average particle size of ~ 5 ~m.

The particles were dense and discrete.

Total metallic impurities were limited to

500 ppm with a maximum of 1 ppm of boron

and 0.5 ppm of cadmium.

The graphite filler flours used in this

program had a particle-size distribution,

as determined by sieve analysis, of 2% +2OO

mesh, 8% -200 +270 mesh, 20% -270 +325 mesh,

and 70% -325 mesh. The flours contained

~ 100 pprnof ash and had a Fisher average

particle size of 4.75 pm.

The filler flours used in the NF-1 ex-

periment are to be contrasted with S-97

graphite flour, which was a filler material

that had been previously used extensively

at LASL to fabricate the first composite
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elements. The S-97 flour consists of dense,

relatively acicular particles which,upon

etching,show highly developed lamellar struc-

tures and large, elongated, optical domains.

Because of their shapes, these particles

tend to assume a definite preferred orien-

tation during extrusion, yielding anisotropic

graphites which, in the extrusion direction,

have low CTE and low electrical resistivity.

In general, the thermal conductivity of

graphites is inversely proportional to elec-

trical resistivity.

The POCO (L.F.) filler after heating

to high temperature consists of particles

which, upon suitable etching, were shown to

be made up of very fine, nearly equiaxed,

randomly oriented optical domains, witbin

each of which the lamellar graphite struc-

ture is well developed. Because of the sizes

and shapes of these domains, grinding the

material to normal particle-size distributions

produces principally blocky particles, each

of which contains enough randomly oriented

domains so that it is essentially isotropic.

This randomness also results in high CTE and

high electrical resistivity. Typically,

therefore, a graphite made from a POCO fil-

ler is nearly isotropic and has high C’I?E

.
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Fig. B4. Electron nicrographs of graphite filler flours: KX-88 flour graphitized during
fabrication by vendor and ??OCO (lLow-E’ire)after heating to 2870 K durinq fuel-
element manufacture.

and high electrical resistivity. POCO fil-

lers also contain a distinctive pattern of

fine, quite uniformly distributed voids,

which distinguish it from otherwise similar
*

fillers such as Robinson filler. Figure 13~

shows an electron micrograph of a POCO

flour particle that had been heated to w

2870 K. One particle is shown in the field

of view. Note the fine, nearly equiaxed,

randomly oriented optical domains, within

which the lamellar graphite structure is

well developed.

*
Robinson filler is made from an experimen–
tal airblown coke which was produced by
Union Carbide Corp. in a pilot-scale opera-
tion. After grinding, the coke consists
of dense, blocky particles with extremely
fine, random internal structures with an
excepticmally high CTE. The Robinson
fillers’used at LASL have in general been
secondary graphite flours, produced by
grinding graphites made from Robinson coke

binder. These fillers containand a pitch
graphitized
graphitized
approaching
itself.

binder carbon as well as
coke filler, but have a CTE
that of the graphitized coke

The KX-88 and JM-15 fillers are very

much alike, and would be expected to pro-

duce very similar graphites. Both consist

principally of quite dense, nearly equiaxed

particles which, when etched, are shown to

be made of small, elongated optical domains

in a variety of sizes and with some order

in their arrangements. However, both also

contain a significant proportion of acicular

particles having highly ordered internal

structures, which would be expected to

orient during extrusion and result in some

degree of anisotropy in the finished graph-

ite. Because they contain particles re-

sembling the POCO filler and also particles

resembling the S-97 filler, the KX-88 and

JM-15 flours would be expected to produce

graphite CTES and resistivities intermediate

between those of matrices made from POCO

and s-97 flours. Both flours (KX-88 and

JM-15) had desirable

butions and would be

particle-size distri-

expected to yield



dense graphites with

erties. An electron

particle is shown in

large optical domain

good mechanical prop-

micrograph of a XX-88

Fig. B4. A relatively

is shown in the lower

portion of the micrograph, whereas the upper-

right area contains many small randomly

oriented domains. The KX-88 particle was

heated during manufacture to a high tempera-

ture and shows the structure at the start of

the composite fuel-element fabrication

process.

GL-1076 filler consists generally of

equiaxed particles containing two types of

internal structure, one of which is porous

and resembles a POCO filler while the other

is dense and resembles the Robinson filler.

The particle-size distribution of the GL-1076

tends to be bimodal, with many relatively

large particles and many very small ones,

but few in the intermediate size ranges.

Unless an addition (e.g., of carbide) is

made of particles which happen to fill this

particle-size gap, the GL-1076 filler would

be expected to yield a graphite of rather

low density with correspondingly low mech-

anical properties. As is usually true, the

very fine particles tend to be somewhat

acicular and ordered in internal structure.

A graphite matrix made from GL-1076 would

therefore be expected to approach the prop-

erties of one made from a POCO filler.

Thermax carbon black, from Thermatomic

Carbon Co., was used because it acted as an

extrusion lubricant and aided in increasing

the carbon density of the fuel elements.

Varcum 8251 thermosetting resin, from Var-

cum Chemical Div. of Reichhold Chemicals,

Inc., was used as the binder. Varcum is a

partially polymerized furfuryl alcohol with

a room-temperature viscosity of ~ 300 cP.

Maleic anhydride was used to catalyze the

polymerization (4gof catalyst to 100 Cmg

of binder) .

Calculational procedures were estab-

lished which allowed a specific volume per-

cent total carbide and uranium loading to

be obtained in the finished fuel element.

A typical extrusion mixture consisted of:

26.26 wt% graphite flour plus Thermax mix-

ture, 51.62 wt% ZrC powder, 7.46 wt% UOz

powder, and 14.67 wt% Varcum binder. The

weight ratio of graphite flour vs Thermax

in the mixture was usually 85:15. Figures

B5 and B6 show the extrusion dies used and

the air-vein fixture that received the ex-

truded element.

The first of a series of heat treat-

ments required 93 h to reach 520 K (elec-

trically heated circulating-air ovens were

used), during which the furfuryl alcohol

underwent polymerization. The second heat

treatment, using a N2 atmosphere, required

63hto heat the elements from 470 to 720 K.

The third heat treatment (called the baking

cycle) consisted of heating to 1100 K during

a 39-h cycle at a pressure of 10 Torr or

less using an argon flush.

c. Baked Elements

Differences among the various filler

flours show up strikingly in the electrical

resistances of baked composite elements, as

indicated in Table BII. In the baked con-

dition there is no interconnected carbide

network and the resistances of the elements

are high, with resistance of the filler-

flour particles and binder residue apparently

playing the major role in determining the

electrical properties of the continuous

carbon matrix. These resistance differences

have largely disappeared after the elements

have been low-fired at N 2620 K for ~ 6 h,

with only the POCO elements apparently

showinq slightly higher resistances. liow-

ever, a portion of this difference may be

due to fine matrix cracks that can be seen

metallographically in the low-fired POCO

elements. These data indicate that in low-

fired elements, in which the filler-flour

particles are unchanged, the electrical con-

duction must be mainly through a connected

carbide network and through

that is next to the carbide

resistance differences have

Type-I graphite

particles. The

disappeared

.

.

.
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TABLE BII

ELECTRICAL RESISTANCE OF COMPOSITE ELEMENTS AT STATION 635

.

Resistance, Q/m
Graphite Carbide U Loading, Baked Low-Fired High-Fired

Filler Flour Content, vol% kg/m 11OOK. 2620K 3020K

KX-88 & JM-15 30 and 35 298-424 ~0.085 0.020 0.014

GL-1076 35 725 0.15 0.018” ---

POCO (L.F.) 30 435 0.20 0.027 0.016

Fig. B5. Extrusion tooling for 19-hole
hexagonal (U,Zr)C-graphite (com-
posite)fuel elements.

completely after the elements have been high-

fired at 3020 K for 2 h, even for the badly

cracked POCO elements. This similarity in

resistance may be attributed to coalescence

of the interconnected carbide network and

possibly to reorganization of the small, but

not the large, filler-flour particles. The

room-temperature resistivity of stoichio-

metric ZrC is 20 to 50 x 10-6 Q cm; of poly-

crystalline

1000 x 10-6

graphite in

‘150 x 10-6

fabricated graphite , 500 to

$1cm; and of single-crystalline

the basal plane direction,

Q cm.

D. Low-Fired Elements

Figure B7 shows photomicrographs of

matrices from four low-fired elements with

medium loadings that were evaluated pri-
.

marily because of interest in comparing

their thermal expansion properties with
. those of corresponding high-fired elements.

The white areas are carbide, the gray areas

are graphite, and the black areas are void.

Fig. B6. Extrusion of 19-hole (U,Zr)C-
graphite(composite) fuel element
onto air-vein fixture.

The elements containing KX-88 or JM-15 fil-

ler flours showed most clearly that the

flour particles were surrounded, but not

penetrated, by carbide at this stage. Op-

tical and electron microscopy revealed the

presence of some Type-I graphite on the sur-

faces of carbide particles. This type of

graphite presumably results from ejection “

of carbon when UC2 from carburization of

U02 reacts with ZrC to form (U,Zr)C solid-

solution, as well as from graphitization of

carbon black and binder residue in the pre-

sence of carbide.

Table BIII gives x-ray diffraction

data for low-fired elements with loadings

ranging from 0.056 to 0.137 uranium atom
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Lot 50 (KX-88, 35 vol%, 308 kg U/mg)
Low-fire Run 7 ..

Luu urn ,

Lot 53 (JM-15, 35 VO1%, 308 kg UA3)
Low-fire Run 11

I t

.

.
Lot 62 (Kx-88, 35 vol%, 382 kg u/m3)

Low-fire Run 7
LOt 63 (POCO-L.F., 30 vol%, 435 kg U/mg)

Low-fire Run 7

Fig. B7. Photomicrographs of low-fired elements (W 2620 K
for 6 h), sampled at Station 710.
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TABLE BIII

X-RAY DIFFRACTION DATA ON LOW-FIRED ELEMENTS FROM NF-1 EXPERIMENTa

Low-Fire Element
No. Lot Load No.— —— —

7 50- 308-93452

11 53- 308-93514

7 62- 382-93701

7 63- 435-93728

8 54- 725-93529

8 55- 725-93572

8 59- 725-93631

-. temperaturedate.
b
X-ray diffractionsample

Carbide Atom Ratio
Filler Content, U/(Zr+U)
Flour Vol% by Chem.c— —

xx-88 35 0.057

JM-15 35 0.056

Kx-88 35 0.070

Pmo 30 0.093
(L.F.)

xx-88 35 0.137

JM-15 35 0.137

GL-1076 35 0.137

taken frcanStation 635.

Latticeb
Parameter(~), Calculated

i Composition

4.7303(14)d U. ~12Zro~88C.
4.7153(2) ‘o.059zro.941c

4.7162(7) ‘0.062zr0.938c
4.6952(6) Zrc

4.7182(2) ‘0.069zr0.931c

4.7257(4) ‘0.096Z=0.904C

4.7369(3) ‘0.135zr0.865c

4.7363(2) u0.133zr0.867c

4.7361(2) ‘0.133Z=0.867C

Commentse

Major phase

Minor phase -
somewhat diffuse

Major phase

Minor phase

Single phase -
well resolved
high angle doublets

Single phase -
doublets
slightly diffuse

Single phase -
doublets
well resolved

Singlephase-
doublets
well resolved

Singlephase-
sharp,well
resolveddoublets

cCalculatedfromchemistrydata in TableSVII formachined,high-firedelements.
dStandarddeviationfor lastplace.
eIf doubletsare diffuse,theremay be a gradationin imposition.

ratio, metal basis. All the elements with

uranium atom ratios from 0.07 to 0.137 had

single-phase solid solution present and the

doublets were sharp and well resolved, in-

dicating that there was little gradation in

solid-solution composition. These results

suggest that a heat-treatment for 6 h at

s 2620 K was sufficient to bring about the

homogenization for these loadings. How-

ever, the x-ray diffraction data for the

two elements with the lower uranium atom

ratio of ~ 0.056 indicated that homogeniza-

tion had not occurred. Perhaps a slightly

higher temperature of heat-treatment is re-

quired for homogenization of the lower

loadings..

The IPDE (incremental potential drop

evaluation) plots of electrical resistance

versus station were almost invariably quite

flat for the low-fired elements. This in-

dicates that the fabrication process to

this stage probably has produced elements

of relatively uniform properties along the

full length of the element.

E. High-Fired Elements

1. General

A pseudobinary phase diagram for

35-vol%-carbide composite based on recent

LASL data is shown in Fig. 3 of the main

body of this report. The atom-percent

uranium value on a metal basis is shown

above the diagram. For a given carbide

content, the solidus temperature (tempera-

ture at which liquid first appears on heat-

ing) drops sharply with uranium loading.

The solidus temperature increases with in-

creasing carbide content for a given uranium
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loading. Gaseous

treatment-furnace

gen or water, can

impurities in the heat-

sweep gases, such as oxy-

lower the effective so-

lidus temperature. For the elements used

in the NF-1 experiment, solidus temperatures

ranged from 2820 to 3040 K.

Elements that had been previously low-

fired at ~ 2620 K for N 6 h were high-fired

for 2 h at temperatures designed to be above

the solidus temperatures of the elements in

the high-fire batch, in attempts to form the

coarse interconnected carbide network and

the reorganized large filler-flour particles

of the target structure. Obtaining the

desired structure in elements in a given run

proved to be very difficult, because of the

sensitivity of the process to temperature,

uncertainties in temperature measurement,

and difficulties in controlling temperatures

in the furnace as a function of time and po-

sition of the elements in the furnace.

Nevertheless, some very definitive correla-

tions between matrix structures and prop-

erties were obtained.

High-firing and low-firing of the el-

ements was done in a vertical coating fur-

nace modified for this purpose. The graph-

ite fixture to hold the elements was a 30-

cm-o.d. by 13-cm-i.d. by 1.57-m long cylin-

drical annulus with an outer ring of 18

holes and an offset inner ring of 18 holes.

‘l!hefixture was heated by an inductively

heated graphite susceptor. Three banks of

induction coils that can be controlled in-

dependently were used to control axial uni-

formity of temperature. The elements were

loaded in the fixture so that the G-end*

was up. The elements were swept from top

to bottom with high-purity argon that flows

through the fixture independently of the

argon used to flush the furnace shell. The

fixture was maintained at a positive pres-

sure relative to the furnace she~l. The

*
The G-end of an element refers to low
station numbers while the H-end refers to
high station numbers.

furnace has five sight ports (SP) in line on

the side, through which the outside surface

of the susceptor can be observed at positions

that correspond from top to bottom to the

following stations relative to the final el-

ement: -114 (sP2), 254 (sP3), 622 (Sp4), 911

(sP5), and 1359 (sP6). The furnace was cal-

ibrated periodically by comparing tempera-

tures observed through the sight ports with

temperatures measured (through a viewing

port in the furnace lid) on stepped graphite

elements placed in four adjacent holes in

the fixture. The calibration elements were

placed at the back of the fixture, opposite

the sight ports, i.e., at the hottest part.

The calibration steps were arranged to be

at levels corresponding to the sight ports.

The calibration data for each sight

port were best correlated by the expression

Ta = A + BTO, where Ta is the true tempera-

ture within the fixture and To is the ob-

served temperature through the sight port.

Based on several calibration runs, the 2-u

variation of Ta corresponding to To was

+ 60 K for SP2; ~ 50 K for SP3; and ~ 40 K

each for SPS 4, 5, and 6. These uncertain-

ties in temperature were too large to guar-

antee that the target structure would be

obtained in each high-fire run.

Following high-firing, the flats of all

elements were machined to dimension, and the

machined elements were subjected to non-

destructive testing (NDT) as outlined in

Fig. B3. Then two elements from each ex-

trusion lot in a given high-fire batch were

selected to be cut up into a variety of

evaluation samples.

Seven high-fire runs were made for the

NF-1 experiment. The runs are described in

Table EKTV,which gives solidus temperatures

for the elements as well as the maximum tem-

perature (Ta) reported for each sight port

in each run. The temperature control during

a given high-fire run did not ensure that all

stations of the fuel-element fixture reached

the maximum temperature at the same time,

.

.

.

.
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TABLE BIV

TEMPERATURE DATA FOR HIGH-FIRE RUNS OF THE NF-1 EXPERIMENT

.

.

High-Fire
No.

1

2

3

4

5

6

7

Carbide
Lot Filler Content, U, Loading, Solidus
No. Flour Vol%— kg/m3 - ~
51
53
56
58

50
60
62

52
61

62
63

51
52
58
63

65
66

54
55
59

JM-15 30 424 2960
3-M-15 35 308 3035
10+88/3M-15 35 339 3025
GL-1076

KX-88
KK-88
KK-88

KX-88
xx-88

KX-88
PoCO(L.F.)

JM-15
Ici-88
GL-1076
PCYJO(L.F.)

KX-88
KS-se

KX-88
JM-15
GL-1076

asP = sight port; positions

and the time at maximum

30

35
35
35

30
30

35
30

30
30
30
30

30
30

35
35
35

382

308
298
382

435
343

302
435

424
435
382
435

435
343

725
725
725

2990

3035
3040
3005

2955
3005

3005
2955

2960
2955
2990
2955

2955
3005

2820
2820
2820

Reported Maximum Temp. (Tn), K

SP 2 SP 3
-114 mm 254“mm— .

2910 2980

2950 3030

3020 3075

2975 3025

3010 3070

2950 2920

2695 2820

are relative to final1320-nm3-longelement.

temperature varied.

Runs 3 and 5 resulted in excessive melting

around the bores in portions of all elements.

2. Metallography

Metallographic examination of

microstructure reveals the effects of heat-

treatment. Microstructure changes that

occur on heat-treatment at temperatures just

below the solidus show coalescence of the

carbide cross section (3 to 10 ~m) and for-

mation of Type-I graphite close to the car-

bide surfaces. At temperatures substan-

tially above the solidus where perhaps 15

to 25% of the carbide is liquid, the car-

bide is coalesced into areas of 10 to 20 ~m

cross section, the smaller filler particles

are approaching a Type-II graphite structure,

and the larger filler particles are only

slightly changed. However, at yet higher

heat-treatment temperatures, massive car-

bide particles are found and all the graph-

ite is in the form of large blocks of Type-II

graphite.

SP 4
622 mn

3020

3075

3025

3025

3040

2965

2790

SP 5 SP 6
991 nml 1359 nuns——

3020 3040

3045 3070

3020

3020

3030

----

2745

3015

3015

3020

2945

2795

Figures B8 and B9 show photomicrographs

of metallographic sections from an element

of one of the lots in each of four runs that

did not result in excessive melting.

In High-Fire Run 1 the coarseness of

the carbide increased toward the higher

stations (H-end), which is consistent with

the reported maximum temperatures. This is

illustrated in Fig. B8 by an element from

Lot 51. However, the coarseness of carbide

of the target structure, shown in Fig. B2,

was not attained and there was little, if

any, reorganization of the large filler-

flour particles at the H-end, despite the

fact that Lot 51 had the lowest solidus

temperature of the lots in High-Fire Run 1.

The microstkuctures of the other lots in

High-Fire Run 1 were little, if any, dif-

ferent from those of the Lot 51 elements.

Metallography of the Lot-62 elements

from High-Fire Run 2 (see Fig. B8) indicated

attainment of the target structure at all
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(a)

(b)

I
100 pm

I

Fiq. B8. Photomicrographs of high-fired elements.
(a) Lot 51-(JM-15, 30 VO1%, 424 kg U/m’)
from High-Fire Run 1; (b) Lot 62 (KX-88,
35 VO1%, 382 kg u/m3) from High-Fire Run 2.

stations. Variations of the extent of car- High-Fire Run 4 was conducted conser-

bide consolidation and the degree of flour vatively because excessive melting had been

reorganization along the length of the ele- found in High-Fire Run 3. Metallography for

ment were small, but the MULE data as well an element from Lot 62 (Fig. B9) showed that

as optical and electron microscopy showed the G-end was hotter than the H-end, but

that the first several inches of the G-end that the target structure was not attained

had been slightly cooler, and eleCtrOn at any station. Lot 63 from the same run,

microscopy showed thak the H-end had been not shown in Fig. B9, did not attain the

the hottest. Lots 50 and 60 from the same target structure at any station either,

high-fire run also had the target structure. despite its lower solidus temperature.

.

.

.

.
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(a)

.

(b)

I
100 pm

I

Fig. B9. Photomicrographs of high-fired elements.
(a) Lot 62 (KX-88, 35 vol%, 382 kg U\m3)
from High-Fire Run 4; (b) Lot 65 (KX-88,
30 vol%, 435 kg u/m3) from High-Fire Run 6.

High-Fire Run 6 was also conducted

conservatively because excessive melting

had been found in High-Fire Run 5. Met-

allography for an element from Lot 65

(Fig. B9) shows that the G-end was sub-

stantially hotter than the H-end. The

target structure was attained only in the

first few inches at the G-end.

Figures B1O and Bll show photomicro-

graphs of a Lot-52 element that underwent

excessive melting in High-Fire Run 5. At

Station 76 (Fig.BIO) there was evidence of

excessive melting at the bore surface that

resulted in formation of Type-II graphite

(proeutectic graphite, i.e., graphite pre-

cipitated from a melt) . The web consisteC
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Complete cross section

t
10 mm

I

Web around center hole (upper right)

1+ loo~m

Bore surface around center hole

t
100 urn

I

Interior of matrix around center hole

I
100 pm

i

Fig. B1O. Photomicrographs of Lot 52 element(KX-88, 30 vol%, 435 kg/m3)
from High-Fire Run 5. Sample was from Station 76.

mainly of highly coarsened carbide and ex-

tensively reorganized large filler-flour

particles. At Station 711 (Fig. Bll) ex-

cessive melting extended almost 0.64 mm

into the matrix around each hole, with the

results that two-thirds of the ~ 1.78-mm

web between adjacent holes showed excessive

melting. The excessively melted region con-

tained large blocks of Type-II graphite and

massively coarsened carbide, and was very

porous. This region around each hole was

highly symmetrical over the entire cross

40

section of the element. The interior of the

matrix contained coarsened carbide and high-

ly reorganized large filler-flour particles.

Metallography of the same element at Station

1245 showed microstructure essentially

identical to those of Station 76. Chemical

analysis of pieces of Lot-52 elements from

High-Fire Run 3 that showed corresponding

microstructure at corresponding axial sta-

tions indicated very little residual oxygen

and nitrogen as follows: 270-ppm oxygen and

320-ppm nitrogen at Station 1; 140 ppm

.

.
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Complete cross section

I
10 mm

1

Web around center hole (upper right)

HI.00 ~m

Bore surface around center hole

I 100 pm
I

Fig. B1l. Photomicrographs of Lot
435 kg/m3) from Hiah-Fire
Station 711.

.-———

oxygen and 280 ppm nitrogen at Station 23;

and 240 ppm oxygen and 640 ppm nitrogen at

Station 51 .--A mechanism for the formation

of the microstructure shown in Fig. Bll

will be suggested after the MULE data have

Interior of matrix around center hole

I 100 ~m
I

52 element (KX-88, 30 vol%,

been presented.

Figure B12

an element from

fired state,and

microstructure

shows photomicrographs for

Lot 54 both in the low-

after High-Fire Run 7.

of the low-fired pieces

The

Run 5. Sample was from

appear to be the same for all stations.

The microstructure of the pieces from High-

Fire Run 7 indicate that the G-end of the

element was hottest, with coarsening of the

carbide and substantial amounts of carbide

in the interior of the large filler-flour

particles. However, the microstructure of

the high-fired pieces from Stations 711 and

1245 have essentially the same appearance

as low-fired pieces from the same stations,

indicating lower temperatures than at the



Station76 ~tation 7i-i
--

.

Low-Fire Run 8

High-Fire Run 7

Fig. B12. Photomicrographs of Lot 54 elements (KX-88,

G-end of the element. The IPDE data indi-

cate the same trend of temperature along

the elenents from High-Fire Run 7. The

resistances were 0.017 Q/m at Station 76

and ~ 0.019 fl/m at Stations 711 and 1245.

The characteristics of elements from High-

Fire Run 7 are important for interpreting

the CTE data for these elements.

3. IPDE Data

In general, resistance data for

machined, high-fired elements that did not

show excessive melting were consistent with

metallographic observations. The resistance

of the matrix decreased along the length of

an element as the extent of coalescence of

the carbide in the matrix increased. For

these types of elements, the resistance

data showed up the cold spots in the fix-

ture adjacent to the line-of-sight ports
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35 Vol%, 725 kg/m3)

and gave subtle indications that the ele-

ments in the outer ring of the fixture were

slightly hotter than the elements in the

inner ring. On the other hand, the resis-

tance data for elements that had undergone

excessive melting did not vary as much as

the microstructure and the MULE data for

such elements.

For elements that did not show exces-

sive melting there appeared to be a sharp

drop in resistance as the target structure

was approached, i.e., when the so~idus tern_

perature was substantially exceeded. Pre-

vious LASL work indicates that the resis-

tance of composite elements decreases lin-

early with increasing temperature from

N 2570 K to near the ,solidus temperature.

.

.



4.

time as

formity

MULE Data

MULE plots have been used for some

a sensitive indicator of the uni-

of fabrication of fuel elements,

not only from element to element, but also

along the length of a given element. After

final heat-treatment of an element, the el-

ements are machined to uniform external di-

mensions. MULE data collected on the ma-

chined elements are a measure of the den-

sity fluctuations in the elements. Inter-

pretation of the MULE data in conjunction

with metallographic and IPDE data has led to

a detailed understanding of the fabrication

variables that affect the properties of com-

posite matrices. The following generaliza-

tions are used in the interpretations: (1)

in elements in which no portion of the.ele-

ment has been heated above the solidus,

MULE peaks occur in regions of higher tem-

perature because these regions undergo more

shrinkage (densification) than those in col-

der regions; and (2) in elements heated to

temperatures considerably above the solidus

the liquid carbide present moves to regions

of lower temperature, resulting in MULE

peaks in the colder regions and MULE valleys

in the hotter regions.

5. X-ray Diffraction

X-ray diffraction investigations

of the (U,Zr)C carbide in composite elements

was of some help in interpreting the final

heat-treatment temperatures and cooldown

rates. In general, phases present in less

than ~ 5% quantities were not detected.

Composite material heated above the solidus

temperature will show (U,Zr)C solid solution

of uniform composition if cooled slowly

enough to reach equilibrium or may show

solid solution of variable composition if

cooled too rapidly to reach equilibrium.

In the latter case, a solid-solution com-

position lower and higher than the nominal

composition would be expected. (See Fig. 3,

the pseudobinary phase diagramin the main

body of the report.) Some x-ray diffraction

results were anomalous relative to the above

discussion.

The x-ray diffraction data, Table BV,

for the four elements in High-Fire Run 1

showed that the elements with the lower

uranium atom ratios (solidus temperature,

Q 3030 K) were single-phase while the two

with higher uranium atom ratios (solidus

temperature, N 2970 K) had solid solutions

of two different chemical compositions. The

reported heat-treatment temperature was

3020 K. The elements with the lower uranium

atom ratio had (U,zr)c of only one chemical

composition. The elements probably did not

contain liquid carbide during heat-treatment

and the cooling rate did not affect the so-

lid-solution composition. However, the two

elements with the higher uranium atom ratios

probably contained liquid carbide during

heat-treatment. On cooldown, equilibrium

was not reached, and solid solutions of two

different compositions were found by x-ray

diffraction to be present at room tempera-

ture.

This type of explanation does not

readily account for the presence of solid

solutions of two different compositions in

the elements from High-Fire Runs 4 and 5.

All elements in High-Fire Run 2 were heat-

treated at temperatures above the solidus

and, on cooling, formed a solid solution

essentially of one composition. The ele-

ments in High-Fire Run 7 were heated to a

temperature below the solidus and they, too,

contained solid solution of only one com-

position. Attempts to explain some of these

results on the basis of different cooling

rates that might be dependent upon location

of the elements in the heat-treating fixture

have not cleared up these apparent anomalies

in the x-ray diffraction data.

6. Permeability

Table BVI presents the permeability

data for machined, high-fired composite ele-

ments. GL-1076 filler flour gave a sub-

stantially less permeable matrix than did

either KX-88 or JM-15, for all loadings.

In High-Fire Run 7, GL-1076 gave the least

permeable elements, JM-15 gave the most
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TABIJE BV

X-RAY DIFFRACTION DATA ON HIGH-FIRED ELEMENTS FROM THE NF-1 Experiment

Carbide Atom Ratio Latticeb
High-Fire Element Filler Content, U/(Zr+U) Paqeter (~),
No. ___ _ —Lot Load No. Flour Vol% by Chem. A

1 51- 424-93463 JM-15 30 0.091 4.7275(3)=

4.7150(3)

4.7138(5)53- 308-93520 JM-15 35 0.056

56- 339-93584 xx-88/ 35 0.061
JM-15

58- 382-93612 GL-1076 30 0.082

2 50- 308-93430 KX-88 35 0.057

60- 298-93640 KX-88 35 0.056

62- 382-93668 KX-88

4 62- 382-93687 H-88

63- 435-93725 Pcco
(L.F.)

35 0.070

35 0.070

30 0.093

5 51- 424-93456 JM-15 30 ~ 0.091

6

7

52- 435-93486 xx-88 30 ---

58- 382-93621 GL-1076 30 N 0.082

63- 435-93702 POCO
(L.F.) 30 % 0.093

65- 435-93782 KX-88 30 0.094

54- 725-93557 xx-88 35 0.137

55- 725-93577 JM-15 35

59- 725-93637 GL-1076 35

0.137

0.137

4.7161(5)

4.7247(2)

4.7108(4)

4.7152(2)

4.7151(4)

4.7188(3)

4.7210(9)

4.7185(8)

4.7287(9)

4.7096(1)

4.7251(8)

4.7267(10)

4.7216(12)

4.7398(2)

4.7021(4)

4.720(1)

4.7263(6)

4.7376(4)

4.7372(2)

4.7372(3)

Calculated
Composition

‘0.102zr0.898c

‘0.059Z=0.941C

‘0.054zr0.946c

‘0.062zr0.938c

‘0.092zr0.908c

‘o.043zro.957c

‘o.059zro.941c

‘o.059zro.941c

‘0.071zr0.929c

‘0.079Z=0.921C

‘0.070Z=0.930C

‘0.106Z=0.894C

u0,~~zro,961c

‘o.093zro.907c

‘o.099zro.901c

‘0.081zr0.919c

‘0.144zr0.856c

‘0.012Z=0.988C

‘0.076zr0.924c

c
‘0.098zr0.902

‘0.138zr0.862c

‘0.138Z=0.864C

‘0.136Z=0.864C

Conunentsd

Major phase -
doublets diffuse
Minor phase

Single phase -
doublets very broad
but resolvable

Single phase -
doublets diffuse
and broad

Major phase -
doubleta diffuse
Minor phase

single phase -
doublets resolved
but diffuse

Single phase -
doublets resolved
but broad

Single phase -
doublets a little
broad

Major phasee

Minor phasee

Major phasee

Minor phasee

Single phase -
doublets resolvable
but diffuse

Singlephase-
doubletsresolvable
but diffuse

Singlephase-
but diffuse

Majorphaee-
diffuse
Minorphase

Majorphase-
doubletsdiffuse
Minorphase-
doubletsdiffuse

Singlephase-
doubletsare
resolved

Singlephase-
doubletsare
resolved

Singlephase-
doubletsare
resolved

boom temperat-edata.
d
If doubletsare diffuse,theremay be a gradation

b
in composition.

x-raydiffractionsampletakenfra Station635.
cStandarddeviationin parenthesesof lastplace.

‘Highangle lines broadand diffuse,doubletsnot
resolved.

.

.

.

.
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TABLE BVI

PERMEABILITY OF MACHINED, HIGH-FIRED ELENENTS OF THE NF-1 EXPERIMENT

Carbide
High-Fire L& Filler Content, U, I.e;ding, Elemente Permeability,m3/s of aira

No. :No Flour Vol% kg/m Ueaaured Range Average

1 51

53

56d

58

2 5od

60

62d

3 52

61

4 62d

63

5 51

52

58

63

6 65

66

7 54e

Sse

59e

JM-15

JM-15

KX-88/JM-15

GL-1076

X(X-88

KX-88

KX-88

KX-88

KX-88

X(X-88

POCO(L.F.)

JN-15

KX-88

GL-1076

PCX?O(L.F.)

KX-88

KX-88

KX-88

J-M-15

GL-1076

30

35

35

30

35

35

35

30

30

35

30

30

30

30

30

30

30

35

35

35

424

308

339

382

308

298

382

435

343

382

435

424

435

382

435

435

343

725

725

725

9

10

8

8

17

7

12

17

14

7

10

3

7

5

7

17

14

18

6

7

200-530 X 10-8

53-200

183-432

36- 50

10- 70

42- 96

10- 46

10-7600

8- 40

216-365

730-1230c

12000-16000

1600-12000

365-1600

500-8300

330-813

450-580

2300-3100

3100-3800

960-1400

300 x 10-8

123

274

42

33

65

28
Mb

20

304

1020

NA

NA

NA

NA

455

495

2600

3400

1200

%hole elementpermeabilityusing0.07-MPadifferentialair pressure.
b
NA = not applicablebecauseof excessivemeltingof portionsof thematrk.

Cl’heLot 63 elementshad finematrixcracks.
dOne elementfromeachof
condition.Permeability

Lots 50, 56, and 62 had permeabilitymeasured in the machined, low-fired
datawere:

Lot No. Low-FireNo. Permeability, m3/s of air

50 7 580

56 7 730

62 4 330
‘Five elements from each of Lots 54, 55, and 59 were machined in the low-fired condition for coating.
‘i’herewere no abnormal permeabilityvalues. Permeabilitydata were:

Lot No. Law-Fire No. Average Permeability,m3/S of air

54 8 2100

55 9 2100

59 8 870

.

.
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TABLE BVII

CHEMISTRY DATA FOR MACHINED, HIGH-FIRED ELEMENTS OF NF-1 EXPERIMENT*

Lot Serial
No. Number——

50 93430

51 93463

53 93520

54 93557

55 93577

56 93584

58 93612

59 93637

60 93640

62 93668b

62 9368+’

63 93725

65 93782

Carbide Content,
Vol%

Nominal Actual— —

35 35.2

30 30.2

35 35.2

35 36.2

35 36.3

35 35.1

30 30.1

35 36.7

35 34.6

35 35.1

35 35.0

30 30.3

30 30.1

Naniml
U Loading,
!@lu’

308

424

308

725

725

339

382

725

298

382

382

435

435

Gross
Density,

_ “m’Mg/% Wt%

3.561 53.9

3.360 47.0

3.564 54.0

3.723 47.9

3.754 47.7

3.568 53.4

3.351 47.5

3.768 48.0

3.518 53.8

3.561 52.9

3.557” 52.8

3.342 47.3

3.362 46.6

aAll samples taken from Station 1245.
b
Element 93668 from High-Fire Run 2, maximum temp. 3075 K.
Element 93687 from High-Fire Run 4, maxbum temp. 3025 K.

permeable elements, and XX-88 was in between.

Note (see Footnote g of Table BVI) that ma-

chined elements of all lots were more per-

meable after High-Fire Run 7 than after the

preceding low firing. Consolidation of the

matrix of Lot 62 in High-Fire Run 2 led to

much lower permeability values than were ob-

tained in High-Fire Run 4 or in low firing

(see Footnote & for the latter). The same

was true for Lot 50 after High-Fire Run 2

relative to the low-fired condition (see

Footnote Q). The elements that showed ex-

cessive melting in High-Fire Runs 3 and 5

had either highly variable or consistently

high permeability, depending on the lot.

7. Chemistry

The results of chemical analyses

are given in Table BVII. In general, the

intended carbide content was attained fairly

closely. The actual uranium loadings were

somewhat lower than the nominal (intended)

loadings for all lots with medium loadings,

whereas they were slightly higher for all

lots with high loadings. Such variations

1.92

1.58

1.92

1.78

1.79

1.91

1.59

1.81

1.89

1.88

1.88

1.58

1.56

11

Wt%

8.43

12.11

8.21

19.64

19.48

8.96

10.90

19.61

8.22

10.20

10.31

12.43

12.50

&T.&
300.2

406.9

292.6

731.0

731.0

319.7

365.3

739.0

289.2

363.2

366.7

415.4

420.0

c

_!!9.&Wt%
37.5 1.34

40.8 1.37

37.6 1.34

32.1 1.195

32.6 1.224

37.4 1.33

41.5 1.39

32.3 1.217

37.5 1.32

36.7 1.31

36.9 1.31

40.3 1.35

40.5 1.362

!l’a

130

90

150

70

60

170

130

35

100

100

90

50

55

are to be expected in initial work with

flours. The loading deviations did not

change the expected solidus temperatures

more than w 10 K, and the preceding dis-

cussions involving solidus temperatures

based on nominal loadings are therefore

still valid.

IV. MATRIX PROPERTIES

A. Microstructure

The matrix target structure is com-

new

by

pared in Fig. B2 with that of Lot-62 ele-

ments that had been heated at various tem-

peratures. The elements heated at ~ 3070 K

in High-Fire Run 2 attained the target

structure, whereas the elements heated at

s 3020 K in High-Fire Run 4 did not. Me-

tallographic examination of polished sec-

tions and electron microscopic examination

of two-stage replicas of these sections re-

vealed striking differences in the matrices

resulting from these two high-fire runs.

A Lot-62 element heated at - 3020 K in

.

.

.
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High-Fire Run 4 showed the following fea-

tures at Station 25, 355, 735, and 1170:

(a) no carbon-black particles or traces of

binder residue were found; (b) Type-I re-

organized graphite surrounded much of the

carbide; (c) the carbide was coalesced but

some small carbide particles were present;

(d) original KX-88 filler was present, and

small carbide particles that did not appear

to be connected to the main body of coales-

ced carbide were found within the filler

particles; and (e) voids generally had Type-

1 reorganized graphite at their peripheries.

A Lot-62 element heated at w 3070 K in High-

Fire Run 2 showed the following features at

Stations 25, 355, 735, and 1170: (a) no car-

bon-black particles or traces of binder re-

sidue were found; (b) Type-I reorganized

graphite was present adjacent to some car-

bides at all stations, whereas some blocky

Type-11 reorganized graphite may have been

present at Station 1170; (c) the carbide

was well coalesced, to the greatest extent

at Station 1170; (d) none of the structure

of the small random domains of KX-88 filler

was found, the reorganized filler became

more blocky as the station increased, small

carbide particles that did not appear to be

connected to the main body of coalesced car-

bide were within the reorganized filler, and

blocky reorganized filler contained angular

voids; and (e) voids, excluding the above-

mentioned angular ones, had scalloped edges

and were generally bounded by Type-I graph-

ite for specimens up to Station 735, but

many of the voids at Station 1170 were very

angular and had straighter edges than the

voids at lower stations. Microscopy of the

latter element illustrates the variations

in the microstructure that can be seen in

an element having the target structure.

B. Carbide Network Structure

A piece of a Lot-62 element heated at

w 3020 K in High-Fire Run 4 and a piece of

another Lot-62 element heated at ~ 3070 K

in High-Fire Run 2 (elements from the lot

for which metallography is shown in Fig, B2)

were leached in l-atm Hz for 240 h at m

1800 K. Comparison of mass losses with

chemistry data for the starting material

showed that 99% of the free carbon was

leached from both pieces. The leached

pieces did not change their shape or dimen-

sions as a result of the leaching. Figure

B2 shows scanning-electron-microscope (SEM)

pictures of the residual interconnected net-

work of carbide (carbide cage structure) .

Heating the matrfi to a nominally SO-K

higher temperature drastically increased

the coarseness of the carbide particles in

the network and doubled the room-temperature

axial crushing strength of the carbide cage

structure, from 5.5 to 11.7 MPa.

c. Coefficient of Thermal Expansion

Table BVIII lists CTE data for com-

posite elements with medium loadings and,

below the broken line, with high loadings.

For medium loadings the following con-

clusions can be drawn from the CTE data:

● The coefficients of thermal expansion

of matrices from the NF-1 experiment were

substantially higher than those of matrices

containing S-97 filler flour.

● The CTE increased with carbide content

for comparable heat-treatment.

● The CTE of a matrix containing KX-88

filler flour appears to be insensitive to

heat-treatment temperature (see Lots 50 and

62).

● The CTE of a matrix containing JM-15

filler flour, and perhaps POCO (L.F.) fil-

ler flour, was sensitive to heat-treatment

temperature.

● The CTE of matrices from the NF-1 ex-

periment were more isotropic than the CTE

of matrices containing S-97 filler flour,

with the matrix containing POCO (L.F.) fil-

ler flour being virtually isotropic.

● Most important, coefficients in the

longitudinal orientation above 6.8 pm/m.K
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TABLE BVIII

COEFFICIENT OF THERMAL EXPANSION OF UNCOATED COMPOSITE ELEMENTS
FROM THE NF-1 EXPERIMENT

Carbide
Filler Content,
Flour ml%

s-97 30

KX-88 30

35

JM-15 30

35

KX-88/JM-15 35

GL-1076 30

PCXO(L.F.) 30

Element
Lot Load No..— —

100-500 load

65-435-93782

60-298-93640

50-308-93452
50-308-93430

62 382-93701
62-382-93687
62-382-93668

51-424-93463

53-308-93514
53-308-93520

56-339-93584

58-382-93612

63-435-93728
63-435-93725

------------------------------.----

KX-88 35 54-725-93529
54-725-93557

JM-15 35 55-725-93572
55-725-93577

GL-1076 35 59-725-93631
59-725-93637

Heat-
Treatment
Temp., K

2970

2945

3050

2635
3050

2635
3025
3050

3010

2570
3010

3010

3010

2635
3025

2610
2785

2610
2785

2610
2785

were not obtained for medium loadings with

any flour used .inthe NF-1 experiment for

heat-treatment temperatures above 2970 K.

The coefficients in the longitudinal

direction for all low-fired elements with

uranium loadings of 725 kg/m’ were 7.0 to

7.1 ~m/m.K. The same elements heated to

N 2790 K had coefficients of 7.0 to 7.2

pm/m”K. This heat-treatment temperature

over most of the length of the elements was

too low to substantially alter the low-fired

structure and the expansion properties. It

is not known whether the CTE would remain

at these high values if the entire element

had been heated high enough to produce the

target structure.

CTE measurements were made of three

samples from an excessively melted element

from High-Fire Run 3. The longitudinal ex-

pansion values were 6.6, 6.6, and 6.3 um/m.K

CTE(293-2300K),
w/m. K

Trans.@lSk—

6.1 6.8

6.5 6.8

6.6 6.9

6.7 6.9
6.7 6.9

6.8 7.2
6.6 6.9
6.8 7.0

6.5 6.6

7.1 7.2
6.7 6.8

6.7 7.0

6.5 6.8

7.0 7.0
6.7 6.7

7.0 7.0
7.0 ---

7.1 7.3
7.1 —-

7.1 7.1
7.2 ---

cm
I&ltio

Trans./Long.

1.10

1.04

1.03

1.03
1.03

1.05
1.05
1.03

1.03

1.01
1.02

1.05

1.05

1.00
1.00

;.00
----

1.02
-—-

1.00

for samples from Stations 380, 810, and

1170, respectively (the amount of melting

decreased with increasing station). The

CTE for elements of this type heated close

to the solidus temperature is s 6.5 ym/m*K.

Thus, no large differences in expansion

were encountered in the excessively heated

material.

D. Thermal Conductivity

Table BIX shows room-temperature ther-

mal conductivity data, derived from thermal

diffusivity, for elements from High-Fire

Runs 1, 2, 4, 6, and 7. The measurements

were made by the flash-diffusivity tech-

nique; a helical xenon flash lamp surrounding

the nominal 6.1-mm-o.d. by 2.6-mm-i.d. by

100-mm-long specimen was used with a de-

tector

of the

thermocouple probing the interior

specimen. The specimens had been

.

.

,
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TABLE BIX

ROOM-TEMPERATURE THERMAL CONDUCTIVITY FOR NF-1 EXPERIMENT
AND COMPARISON ELEMENTS

High-Fire Element
No. Lot Load No.

1 51-424-93466

53-308-93528

56-339-93591

58-382-93618

2 50-308-93436

60-298-93645

62-382-93674

4 62-382-93683

63-435-93718

6 65-435-93781
-93790

7 54-725-93558

------------------

9 69-424-93903

-93904

WANL 8-413-203205

68-500-92025

68-500-92011

713-339-62155

Carbide
Filler Content,
Flour Vol%

JM-15

JM-ls

xK-88/JM-15

GL-1076

KX-88

KX-88

KX-88

KX-88

POCO(L.F.)

KX-88
KX-88

KX-88

KX-88

XX-88

GL-1074

S-97

S-97

S-97

30

35

35

30

35

35

35

35

30

30
30

35

30

30

30

30

30

30

Sample
Locationa

Mbil’i

M&H

M&H

MbiH

M&H

M&H

M&H

hl&H

M&H

MsH
G
H

M.sH

G
H
G
H

M
H

H

G
k!
H

Sta. 50
Sta. 330
Sta. 500
Sta. 790
Sta. 965
Sta. 1270

Heat-Traatment
TeJuP.,K

3030

3030

3030

3030

3060

3060

3060

3020

3020

2955
> 2945
2945

2780

> 2890
2940

> 2890
2940

3020
3020

< 2970

< 2970
N 2970
< 2970

< 2970
< 2970
% 2970

% 2970
< 2970
< 2970

Thermal
Conductivity,
W/m-K

87

75

76

78

81

85

87

71

69

62
93
68

49

80
72
81
69

% 80
% 80

61

54
76
59

47
51
54
53
49
41

aG-ssmple from Station O, M-samplefrom Station 810, and H-sample from station1270.

trepanned from around the central hole (Hole

10) of the fuel elements. In all elements

except one, the samples were from Stations

760 to 860 and 1220 to 1320. The diffusiv-

ity data for each element were the average

of at least two determinations at points

180 deg apart, 38 mm from the end of the

tube. The data agreed within experimental

precision and were averaged for calculating

thermal conductivity. Also included in

Table BIX are data for several materials

for comparison (below broken line). For

those elements, which were not uniform along

their lengths, values for individual samples

are listed.

Figure B13 depicts the extraordinarily

high thermal conductivities of a Lot-52 ele-

ment that showed excessive melting in High-

Fire Run 5 (see Figs. B1O and Bll). Several

values are higher than the room-temperature

thermal conductivity of ATJ-S graphite and

must be attributed to the crystalline char-

acter of the graphite in the composite matrix.

The thermal conductivity of a composite

matrix clearly is determined primarily by the

thermal conductivity of the carbon phase.
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element, showed spectacular increases in

thermal-shock resistance. The specimens from

3401 a J

the middle of elements from Lots 51, 52, and

63 heated in High-Fire Run 5 showed the great-

,mo~
12s0

Axiol Sto?ion

Fig. B13. Room-temperature thermal con-
ductivity of Element !i2-43!i-
93486 that showed excessive
melting in High-Fire Run 5.

The contribution of the carbide cage struc-

ture would be expected to be substantially

less than the ~ 25 W/m”K for dense ZrC.

The degree of reorganization of polygoniza-

tion of the filler flour that occurs at tem-

peratures near and above the solidus tem-

perature of the composite matrix clearly is

the important factor because the carbon

blacks and binder residues have earlier been

converted to Type-I graphite.

E. Thermal-Shock Resistance (ZAP Test)

Thermal-shock data for 13 lots of un-

coated, machined composite elements were ob-

tained by using the thermal-shock apparatus

previously developed for circular disk spec-

imens. The measurements were made on 1.6-

mm-thick cross-sectional wafers cut from

the G-end, middle, and H-end of the elements.

The results of these measurements, sum-

marized in Table BX, were very reproducible

for most materials; however, in some sec-

tions of a few elements the data were widely

scattered. These anomalous results were

traced to the presence of extrusion flaws.

Some specimens from elements heated in

High-Fire Run 5, for which MULE data indi-

cated excessive melting in portions of each

est resistance to thermal shock. For the

Lot-52 element, this corresponded to room-

temperature thermal conductivities of ~ 150

W/m”K (see Fig. B13). Metallography in-

dicated that this high resistance also cor-

responded to excessive melting of the bore

surfaces (see Figs. B1O and Bll). The ele-

ment from Lot 58 heated in High-Fire Run 5

showed only a moderate improvement of ther-

mal-shock resistance. This was not con-

sistent with the MULE data, which indicated

excessive melting comparable in extent and

location to that of elements from the other

three lots. The ZAP test results on these

three lots led to further work on Lot-52

elements, i.e., to thermal-conductivity

measurements and metallography.

The elements that did not show exces-

sive melting had very typical thermal-shock

indices of ~ 130 to 170, except for the

highly loaded elements of Lots 54, 55, 59.

All samples of the latter elements from High-

Fire Run 7, except the G-end samples, had

very low thermal-shock resistances. (See

Fig. B12 for correlation with metallography.)

The general trend was that 30-vol%-

carbide materials were more resistant to

thermal shock than 35-vol%-carbide materials.

No correlation with flour type was found.

For elements with medium loadings that did

not show excessive melting, it did not seem

to make much difference whether the elements

from a given lot had been high-fired or low-

fired (see elements in Lots 50, 53, and 62).

Thus, for these elements, thermal conductiv-

ity did not appear to affect the ZAP test

results. The situation appears to be dif-

ferent, however, for elements with high

loadings (see Lots 54, 55, and 59).

.

.
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rat
No.—

50

51

52

53

54

55

56

58

59

60

62

63

65

TABLE BX

SUMMARY OF THERMAGSHOCK RESULTS FOR COMPOSITE ELEMENTS OF THE NF-1 EXPERIMENT

U Loading,
kg/mg

308

424

435

308

725

725

339

382

725

298

382

435

435

Carbide
Content,
ml%

35
35

30
30

30

35
35

35
35

35
35

35

30
30

35
35

35

35
35
35

30
30
30

30

Filler
Flour

KX-88
KK-88

JM-15
JM-15

KX-88

JM-15
JM-15

KX-88
KX-88

JM-15
J-M-15

KX-88/JM-15

GL-1076
GL-1076

GL-1076
GL-1076

IO(-88

KX-88
KX-88
KX-88

Fcco
Poco
POco

KX-88

Heat-
Treatment
TemP., K

3050
2635

Meltingc
3010

Meltingc

3010
2570

2785
2610

2785
2610

3010

Meltingc
3010

2785
2610

3050

3050
3025
2635

llelt.ingc
3025
2635

2945

Heat-Treatmenta
BatchNumber

H.F. 2
L.F. 7

H.F. 5
H.F. 1

H.F. 5

H.F. 1
L.F. 11

H.F. 7
L.J?.8

H.F. 7
L.F. 8

H.F. 1

li.F.5
H.F. 1

H.F. 7
L.F. 8

H.F. 2

11.F.2
H.I?.4
L.F. 7

li.F.5
H.F. 4
L.E’.7

H.F. 6

aH.F. = High Fire; L.F. = Low Fire.
b
The first number qives a relative power settinq at or below which all
gives a relative &wer setting at ;r above whi;h all specimensfail.
settingsmay be considered to be the overlap or scatter.

Thermal-Shock Indexb
G-end Middle H-end

137.5/145
137.5/142.5

200/202.5
165/170

157.5/160

129/132.5
125/130

130/142.5
112.5/115

130/132.5
110/122.5

130/132.5

170/182.5
162.5/165

130/132.5
107.5/110

--

Flaws
132.5/142.5
127.5/132.5

% 250
Flaws

127.5/130

165/167.5

130/137.5
135/137.5

300
167.5/170

380

125/137.5
132.5/135

107.5/112.5
112.5/115

115/117.5
110/112.5

137.5/145

177.5/182.5
165/167.5

105/107.5
--

145/147.5

137.5/150
135/137.5
127.5/130

~ 350
150/152.5
Flaws

145/152.5

135/145
145/152.5

Flaws
162.5/190

162.5/165

127.5/131
Flaws

117.5/120
105/112.5

112.5/115
117.5/120

137.5/145

162.5/165
164/169

107.5/115
122.5/125

137.5/140

135/142.5
135/137.5
Flaws

~ 300
127.5/140
Flaws

140/142.5

‘Excessivemelting”in portions of the element was indicatedby MULE data.

specimens survive, and the second
The differencesbetweenthe two

F. Thermal-Stress Resistance (Peak-Power
Density Test)

A number of uncoated composite elements

in the machined, high-fired condition were

tested for thermal-stress resistance by means

of a modified peak-power density test.*

This test attempts to match the themal

stress, calculated for a specimen tested in

the thermal-stress apparatus, to the axial

peak-power density of a nuclear propulsion-

reactor fuel element. This was achieved by

reducing the diameter of the sonic-flow

nozzles in the six corner holes of a 356-mm-

long fuel-element specimen, which makes it

possible to duplicate (at a single point in

the experimental power ramp) the power den-

See Ref. A4 of Appendix A.

density, temperature, and thermal stress of

a reactor element at full-power steady-

state operating condition. The test pro-

cedure was designed to permit the evalua-

tion of relative thermal-stress resistances

of single elements from individual develop-

ment and reactor production extrusion lots.

The various uncoated specimens were com-

pared on the basis of the relative power

density attained at failure. The perform-

ance relative to reactor operating condi-

tions was measured with respect to the peak

reactor axial power density of w 4100 MW/m3.
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For assigned values of thermal

and a test flow rate of 0.0177

power density corresponds to a

ture of 1795 K and to a AT = ~

where ~ is the calculated mean

conductivity*.

kg/s Hz, this

test tempera-

- Tmin = 80 K,

matrix cross-

section temperature and Tmin is the minimum

temperature at the surface of the corner

coolant hole. For material of higher ther-

mal conductivity, higher power densities

and test temperatures are reached before

this AT is exceeded.

Table BXI shows performances of com-

posite matrices and of various comparison

materials in the above test. Most important,

the results show that 35-vol%-carbide mat-

rices with good thermal stress resistance

(q’” > 4100 MW/m in this test) in the un-

coated condition were made from KX-88 or

JM-15 filler flours, provided that the ther-

mal conductivity was high enough. All com-

posite elements except the Lot-54 element

from High-Fire Run 7 showed generally better

thermal-stress resistance than the LASL-

produced AXM graphite element containing

pyrocarbon-coated UC2 particles.

The S-97, 30-vol%-carbide element from

Lot 68 gave extremely uniform, high values

of q’” (w6200 MW/m’) at fracture. The ther-

mal conductivity at the H-end was 61 W/m.K.

The GL-1074, 30-vol%-carbide element from

WANL Lot 8 had a high thermal-stress resis-

tance. This element essentially had the

matrix target structure at all stations.

The KX-88, 30-vol%-carbide elements of

Lot 65 gave variable results. The values of

q‘“ at fracture from this lot were consist-

ent with the fact that the G-end of the el-

ement had been hotter than the rest of the

element and had a thermal conductivity of

93 W/m.K. However, another element from

this lot had a low value of q’” at fracture

at the G-end.

*
A value of 74 W/m.K for room-temperature
thermal conductivity was used in the anal-
ysis. A standard temperature dependence
of conductivity was used which reduced
this value to 39 W/m.K at 1795 K.

The KX-88, 35-vol%-carbide elements

showed increasing thermal-stress resistance

that correlated well with the degree to which

the target structure was approached and the

thermal conductivity increased. The low

values of q’” at fracture for the pieces of

the Lot-54 element were consistent with in-

adequate firing in High-Fire Run 7 (~ ==49

W/m.K at the H-end), and the order of the q’”

values were consistent with the fact that

the G-end was the hottest. The q’”-values

for the pieces of the Let-62 element from

High-Fire Run 4 were consistent with the

fact that the G-end was the hottest. The

performances of the pieces from the elements

of Lots 50 and 60 from High-Fire Run 2 were

very similar, except for the middle piece

of the Lot-60 element that had not fractured

when the test was taken off line at q’” >

6900 MW/m3. The order of the values of q’”

at fracture for the pieces of the Lot-62

element from High-Fire Run 2 was inverted

from that expected on the basis of MULE-data

evidence that the H-end was hottest.

Both the JM-15, 35-vol%-carbide element

of Lot 53 and the JM-15/KX-88, 35-vol%-car-

bide element of Lot 56 generally showed q’”-

values similar to those for the KX-88, 35-

vol%-carbide element of Lot 62 from High-

Fire Run 4, which likewise had not been

heated above the solidus temperature. The

G-end piece showing the lowest value for the

Lot-53 element is consistent with the fact

that the G-end was coldest in High-Fire 1,

but the G-end piece showing the highest value

for the Lot-56 element from the same high

firing is anomalous.

Elements showing thermal-stress per-

formance for the three pieces that were

neither consistent with their IPDE and MULE

data nor with metallographic data on sister

elements, were examined further. Metallo-

graphic examinations were made on each of

these thermal-stress pieces to complement

the metallographic data obtained on sister

elements.

.

.
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TABLE BXI

THERMAL-STRESS RESISTANCE TEST RESULTS ON UNCOATED COMPOSITE ELEMENTS

Estrusion

Lot

17

8=

68

65

65

713

54

62

60

50

62

53

56

Filler
Flour

AxM

GL-1074

s-97

KX-88

=-88

s-97

KX-88

KX-88

XX-88

KX-88

KX-88

JM-15

Carbide
Content,
UYl%

Graphiteb

30

30

30

30

35

35

35

35

35

35

35

CTE (293-2300K),
um/UI.K

S.6

6.6

6.1

6.5

6.5

6.3

7.0

6.6

6.6

6.8

6.8

6.7

3M-15/KX-88 35 6.7

Hoom-Temperature
Thezmal Cond.,a
W/m-K

—---

75H

61H

62Ff,H

93G, 68H

50G,M,H

49M,H

71.M,H

85M, H

81M,H

87H,Z

75M,H

76M,K

aG,M,H refer to low, middle, and high stations.
b
A graphite matrix element containingpyrocsrbon coated UC2 particles.

‘Composite elements fabricatedby WANTJ.

Again, the metallographic data offered

no explanation for the anomalous q“’-values.

Flaws in the matrix, not revealed in inspec-

tion, could have been present leading to the

anomalous results.

v. APPLICATION OF ZrC COATINGS*

The surfaces of the coolant channels

and all external surfaces of the composite

elements were protected with a ZrC carbide

coating deposited by a chemical-vapor-de-

position (CVD) process. This coating was

expected to prevent or limit the chemical

reaction of hot hydrogen with the carbon of

the fuel-element matrix. In preparation for

the application of the carbide coating the

external surfaces of the fuel elements were

machined to the specified dimensions (’Y19.1

mm across flats). The coolant channels were

not machined but were extruded to Q 2.59 mm-

diam.

‘This section presents a general discussion
of the ZrC coating conditions used for
NF-1 elements.

Fracture Power Density,a
MW/ms

4050G, 4500M, 4500

6200G, 55001.1,~6300H

6600G,M,H

4300G, 4700M, 5500H

>6700G, 5100M, 5300H

4700G, >6200H, 753001i

4000G, 3700M, 3500H

5200G, 5100M, 4400H

5000G, >6900M, 5300H

5400G, 5300M, 5200H

6800G, 6000!4,5800H

3700G, 5200Fi,5000H

5100G, 4600M, 4800H

The overall CVD reaction

presented by the equation

ZrC14(g) + CH4(g) = ZrC(s)

may be re-

+ 4HCl(g).

This thermodynamic relation not only estab-

lishes the lower bound for the coating-gas

composition, but also sezves as the basis

for mass-balance calculations along the axial

length of the fuel elements. It also sug-

gests that the partial pressure of HC1(9)

will have a strong effect on the deposition

rate. Consequently, the reduction of ZrC14(g)

in the system must be considered:

ZrC14(g) + 1/2 H2(9) = ZrC13(g) + HCl(g)

and

ZrC13(g) + 1/2 H2(g) = ZrC12(g) + HCl(g).

The reduction reaction is important near the

coating-gas inlet end of the elements

53



because it determines the quantity of HC1

formed, which strongly affects the initial

deposition rate. The quantities affecting

the deposition, which can be calculated

from the above thermodynamic relations, and

appropriate mass-balance equations as func-

tion of axial position along the element

are: ‘Salt
--sum of partial pressures of

ZrC14 (g), ZrC19 (g), and ZrClz (g); PCH4--

partial pressure of methane; PHcl--partial

pressure of hydrogen chloride; and PH2--

partial pressure of hydrogen. An analytical

calculational program was used to under-

stand the variables affecting the deposition

conditions.

The general deposition conditions used

in coating the composite elements are listed

in Table BXII. Inspection and evaluation

procedures for evaluating the coatings in-

cluded: high-resolution-eddy-current ex-

amination for the detection of cracks, MULE

examination for mass of coating deposited

vs length of fuel element, x-ray diffraction

analysis for the determination of lattice

parameter, chemical analysis for impurities

such as CIZ and 02, microstructure deter-

mination by optical and scanning-electron

microscope, determination of coefficient of

thermal expansion, and determination of the

effectiveness of the coating as a protective

layer in a component test that simulated

conditions in a nuclear propulsion reactor.

(A)

(B)

TABLE BXII

PROCESS CONDITIONS FOR DEPOSITION OF
ZrC COATING IN THE COOLANT CHANNELS

OF A COMPOSITE FUEL ELEMENT

Initial Composition of Coating Gas

Flow/Element,a
Constituents m’/s (STP)

ZrC14 1.2 x 10-6

CH4 0.9

Hz 66

Ar 66

HC1 (first 20 h) 2.6

HC1 (last 5 h) o

Deposition Temperature and Coating
Thickness

Station from
Inlet End,
mm

127

254

508

762

1012

1270

Deposition
Tamp .,
K

1525

1540

1580

1615

1640

1660

ZrC Coating
Thickness,

pm

60

89

119

132

135

132

aCoating time was 25 h at OJ0.9 atm. This
flow of gas was coating the channel sur-
faces of one element (0.235 m2 of surface
area) .
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APPENDIX C “

PROPERTIES OF (U,Zr)C-GRAPHITE (COMPOSITE) FUEL ELEMENTS

I. INTRODUCTION

This appendix presents the available

property data for (U,Zr)C-graphite fuel el-

ements. The data are presented in a series

of tables and figures; comments are made

in the text, only where required.

II. CHEMICAL CONTENT AND DENSITY

Table CI presents chemical-composition

and density data for composite fuel elements

of ~ 70 kg/m’ uranium loading at 15, 20, and

30=v01% carbide contents. Table CII pre-

sents similar data for elements of % 435

kg/mg uranium loading at 30vt35-t40- and

45-vol% carbide contents.

III. MECHANICAL PROPERTIES

Table CIII presents room-temperature

flexural, compressive,and tensile-strength

data for composite fuel elements of l~to

50-V01% carbide content.

Table CIV gives room-temperature elas-

tic-modulus data, longitudinal and trans-

verse to the extrusion direction, for com-

posite materials of 10-to 50-vo1% carbide

content. Table CV presents the temperature

dependence of elastic modulus for 30- and

35-vo1% carbide-content composite materials.

Stress-strain properties of composite

materials are given in Table CVI and Fig. Cl.

Compressive-deformation information,

for the longitudinal orientation, is given

in Table CVII for composites of l~to 50-

vol% carbide content at temperatures from

2773 to 2973 K.

TABLE CI

CHEMICAL CONTENT AND DENSITY
OF (U,Zr)C-GRAPHITE (COMPOSITE)
FUEL ELEMENTS (URANIUM LOADING,

‘%70 kg/mg)

Nominal Carbide Content, vol$

parameter 15a 20 30——

Gross density, F@/m= 2.62 2.82 3.26

Zirconium,wt% 34.0 40.7 52.9

Mg/m3 0.89 1.15 1.72

Uranium, wt% 2.7 2.58 2.22

Mg/mS 70.0 72.8 72.4

Carbon, wt% 63.3 56.4 44.8

Mg/m3 1.66 1.59 1.46

Carbide, Vol%b 15.0 20.2 30.1

Carbon, VOl%b 73.3 68.4 58.6

Voids, VO1*
b 11.7 11.4 11.3

Zrc, Wt% 38.4 46.1 59.7

WC, Wt% 2.8 2.7 2.4

Free C, wtt 58.8 59.9 37.7

~stimated.
b
The density of carbon in a composite was assumed to
be 2.1 Mg/m3 rather then the value of 2.26 for
crystalline graphite. The denei.tiesof ZrCo.~7 and
UCO 97 Wsre assumed to be 6.59 and 13.60 M9/m t
res~ctively. The density of (U,Zr)Co.g7was
assumed to be proportional to the mole fractionof
the carbideconstituents.

Iv. THERMAL PROPERTIES

Table CVIII presents thermal-conductiv-

ity data for ATJ-S graphite, ZrC carbide,

and two (U,Zr)C-graphite composites. The

data for Composite A in Table CVIII repre-

sent the thermal conductivity-vs-temperature

relationship for a 30- or 35-vo1% carbide-

conten”tcomposite that had been heat-treated

at temperatures below the solidus line (see

Fig. 3 of main body of report). The data
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TABLE CII TABLE CIV

CHEMICAL CONTENT AND DENSITY OF (U,Zr)C-
GRAPHITE (COMPOSITE) FUEL ELEMENTS

(URANIUM LOADING, N 435 kg/mS)

Nominal Carbide Content, vol%

Parameter 30 35 40 45— — ——

Gross density, Mg/ms 3.36 3.59 3.87 4.09

Zirconium,wt% 46.6 51.0 56.0 59.7

Mg/m3 1.56 1.83 2.17 2.44

Uranium, wt%

kg/mS

Carbon,W&

Mg/m3

Carbide,Vol%a

Carbon,Vol%a

Voids,Vol%a

2X-C,WH

WC, Wt%

FreeC, wt%

12.50

420

40.5

1.36

30.5

54.0

15.5

52.7

13.1

33.7

12.02

431

36.5

1.31

35.2

49.8

15.0

57.7

12.6

29.2

11.22

435

32.6

1.26

41.0

45.5

13.5

63.4

11.8

24.7

10.65

436

29.2

1.20

45.5

40.5

14.0

67.6

11.2

20.8

aThe density of carbon in a ccmpositewas assumed
to be 2.1 Mg/m’ rather than the value of 2.26 for
cmstalline graphite. The densities of zrCo.37 and
UC0.97 were assumed to be 6.59 and 13.60 ~9/m s
respectively. The density of (U,Zr)Co.97was as-
sumed to be proportionalto the mole fraction of
the carbide constituents.

TABLE CIII

ROOM TEMPERATURE FLEXURA.L,COMPRESSIVE, AND
TENSILE FRACTURE STRENGTHS OF (U,Zr)C-

GRAPHITE FUEL ELEMENTS

Carbide Strength,a MFa
Content,
Vol% Flexural Compressive Tensile

10 44.8 ~2.7 74.5 ~o.7 35

20 47.9 31.4 97.6 ~ 1.8 43

25 63.4 35.1 109.5 212.4 49

30 53.0 ~ 1.6 118.1 ~ 10.3 39

50 65.6 ~ 2.3 > 290 68

Pewee-1 35.0 ~ 3.4 85.3 24.3 -.

graphite
elements

aAverage of at least three samples. samples were
of full cross section,QJ19 mm across flats. The
flexuraland tensilestrengthswere transverseto
the extrusiondirectionand the compressive
strengthswere parallelto the extrusiondirection.

ROOM-TEMPERATURE ELASTIC MODULUS
OF (U,Zr)C-GRApHITE COMPOSITES

Trensveree
Longitudiml Effective .

Carbide Elastic a Elastic
b

Content, Modulus, Modulus, Modulus -tin

Vol% GPa GPa Long./Trens.

10 17.6 5.9 3.0

20 25.4 7.9 3.2

25 30.3 9.6 3.2

30 42.0 11.8 3.6

50 108.0 44.0 2.5

aqmxunic method.
b
Load-deflectionmethod.

TABLE CV

TEMPERATURE DEPENDENCE OF ELASTIC
MODULUS OF (U,Zr)C-GRAPHITE

FUEL ELEMENTS

Temperature,K

300

500

1000

1250

1500

2000

2250

Reduced Modulusa

30-VO1% 35-VO1*
Carbide Carbide

1.0(35 GPa) 1.0(44 GPa)

1.0 1.0

1.05 1.03

1.11 1.08

1.18 1.14

1.29 1.26

1.28 1.23

2500 1.18 1.08

2750 1.03 0.81

%anium loading, 166 kg/m’.

for Composite B in Table CVIII represent

about the highest thermal conductivity that

can be achieved (optimum heat-treatment con-

ditions) for a 30- or 35-vo1% carbide-con-

tent composite that still retains desirable

mechanical properties.

Table CIX presents typical thermal-ex-

pansion data for a 35-vo1% carbide-content

composite having a CTE of 6.7 pm/m.K for the

293 to 2300 temperature range.

.
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TABLE CVII

COMPRESSIVE DEFORMATION OF (U,Zr)C-GRAI?HITE
(COMPOSITE) ELEMENTS SUBJECTED TO 3.45 MPa FOR

ONE HOUR
-, 0

/
/

Carbide
Content,
Vol%

10

Uranium
I.&=ading, Compressive Deformation %
& 2773X 2873 K 2923 K ‘2973 K— —/
300

300

300

300

500

500

300

500

0.22

0.43

0.37

0.72

0.41

0.76

0.8

2.5

0.21

1.02

0.50

0.98

0.43

0.87

3.1

2.6

0.26

1.08

0.59

1.45

0.20

1.10

0.61

2.35

20

● Fracfure

‘3000nd 1273 K

25

30

30 ----

101’/ ‘---1773K

— — 2273 K

40

5.1 11.150

50
oo~

5000 10,000

----

Stroin (pm/m)
TABLE CVIII

THERMAL CONDUCTIVITY OF ATJ-S
GRAPHITE, ZrC CARBIDE AND TWO (U,Zr)C-

GRAPHITE COMPOSITES

Fig. Cl. Stress-strain data from room tem-
perature to 2273 K for a (u,Zr)C-
graphite composite of 30-v018
carbide content and 630 kg/m3
uranium loading.

Thermal Conductivity,W/m.K
Temperature, Cauposite ConmositeTABLE CVI

K

300

‘A ‘B

52 90

49 71

46 60

43 53

ATJ-S

125

110

97

86

78

72

60

52

45

41

38

35

33

32

30

Zrc

19

20

20.5

21

21.5

22

23.5

25

27

29

31

33

35

36

38

ROOM-TEMPERATURE STRESS-STRAIN
PROPERTIES FOR (U,Zr)C-

GRAPHITE COMPOSITES 400

500

Carbide Zero Stress Failure Failure
Content, Modulus, Strain, Stress,
Vol% GPa _J!!L!L_!!!?SL

10 20 3900 38

600

700

800

1000

1200

1400

1600

40 48

38 44

20 27 3000 40 34 38

32 3625 31 1600 35

30 3030

30

35

35

40

40

50

50

37

37

44

40

68

54

57

100

1800

1500

1500

1000

500

1100

1500

1000

44

42

39

26

32

48

61

84

30 30

30 30

30 30

30 30

30 30

30 30

1800

2000

2200

2400

2600

to calculate the dependence of p on tempera-

ture, i.e.,

~T = PA (1 + AL/L)-3

where pT is the density at temperature T; pA

is the density at ambient temperature from

Tables CI and CII; and AL/L is the fractional

change in linear thermal expansion from ambient

to temperature T froxnTable CIX,

57

. Table CX presents Cp data for Zrc, UC,

and carbon. To obtain Cp for a composite,

multiply the appropriate component by the

corresponding mass fraction (obtain chemical-

analysis data from Tables CI and CII). To

obtain p.Cp, use the AL/L data from Table CIX



TABLE CIX

THERMAL EXPANSION PROPERTIES OF A HIGH
EXPANSION (U,Zr)C-GRAPHITE (COMPOSITE) FUEL

ELENENT

Temperature,K

293

300

500

750

1000

1250

1500

1750

2000

2200

2300

m
0.000

0.003

0.101

0.249

0.412

0.583

0.756

0.930

1.109

1.260

1.340

P?!?A!s

4.26

4.28

4.88

5.44

5.83

6.09

6.26

6.38

6..50

6.61

6.68

Inst. CTE,
wd m.K

4.26

4.31

5.42

6.28

6.70

6.85

6.88

6.96

7.25

7.74

8.10

TABLE CX

CALCULATION OF C FOR (U,Zr)C-
GRAPHITE CO& OSITES

c-, W-s/g”K
Temperature,

K

300

400

600

600

700

800

900

1000

1200

1400

1600

1800

2000

2200

2400

2600

2800

w
b

Zrca Uc Carbonc—— —
0.368

0.430

0.454

0.468

0.476

0.482

0.484

0.486

0.493

0.498

0.507

0.520

0.540

0.564

0.592

0.623

0.656

0.201

0.219

0.227

0.233

0.237

0.242

0.245

0.249

0.257

0.265

0.275

0.286

0.299

0.313

0.328

0.345

0.363

0.721

1.03

1.27

1.42

1.55

1.65

1.71

1.76

1.85

1.93

1.98

2.03

2.07

2.11

2.14

2.16

2.18

~. K. Storms, The Refractory Carbides, 1967.
b
Ibid.

c
C. B. Spence, “Research and Development on Advanced
Graph$.teMateriala -- Analytical presentationof the
Measurement of the Specific Heat of Graphite,”
wADD-TR-61-72,Vol XLI, Nat. Carbon Co., Parma, OH,
July 1963.

.

.

.

.

58



APPENDIX D

STABILITY OF (U,Zr)C-GRAPHITE FUEL ELEMENTS

I. INTRODUCTION

An experiment was conducted at LASL to

ascertain the effect of storage for periods

of time up to two years on (U,Zr)C-graphite

(composite) fuel elements. Depending upon

process conditions and uranium loading,

small quantities of both UC2 and (U,Zr)C

solid solution of relatively high uranium

mole percent could be present in some com-

posite elements. The hydrolysis of UC2 with

moisture in air is rapid; but little is

known about the stability of (U,Zr)C solid

solutions. Two storage conditions were used

in these studies: (1) in air of 90% relative

humidity and 310 K temperature, and (2) in

nitrogen of very low relative humidity at

ambient temperature. The elements were

evaluated before and after storage for

changes in electrical resistance, dimensions,

number of cracks in Zrc coolant-channel

coating, mass, carbide microstructure,and

performance in a hydrogen corrosion test.

II. RESULTS OF STORAGE EXPERIMENT

The (U,Zr)C-graphite elements used in

the experiments had a carbide content of

30 vol% and uranium loadings of 125 and 500

kg/mS,--2.8 and 11 mole percent UC in the

solid solution, respectively.

After 77 days of storage, no signifi-

cant changes were observed in the elements

stored in either the wet or dry condition.

The results of the evaluation of ele-

ments stored for 6 and 12 months are given

in Table DI. Because there were no signi-

ficant differences between the results ob-

tained with elements of different uranium

loading, the data given are averages of

TABLE DI

CHANGES IN (U,Zr)C-GRAPHITE FUEL ELEMENTS
AFTER STORAGE FOR 6 AND 12 MONTHS

Dry Storagea Wet Storageb
Parameter 6 MOS. 12 Mos. 6 MOS. 12 Mos.— —

Electrical -0.6 -0.2 +1.9 +2.4
resistance,%

Mass change, % 0.0 0.0 +0.4 +0.5

Dimensional +0.0012 +0.0011 +0.0012 +0.0016
change across
flate,$

aStorage at ambient temperature in nitrogen contain-
ing Linde Molecular Sieve 4A desiccant.

b
Storage in air at 310 K and 90% relative humidity.

those for all elements. A very slight in-

crease in the number of coating cracks was

observed after six months for both the dry

and wet storage conditions. No additional

increase in the number of coating cracks was

observed after 12 months storage. The slight

increase observed in the number of coating

cracks probably was due to handling opera-

tions rather than to changes during storage.

Fuel elements from the various storage

conditions were evaluated for their hydrogen

corrosion resistance in a component test con-

sisting of 30 cycles of 10 min duration at

maximum matrix temperatures of % 2250 K.

The mass loss was determined after comple-

tion of the 5-h test. The mass losses were:

3.4 g for the control element, 4.2 g for the

element in wet storage for six months, 2.5 g

for the element in wet storage for 12 months,

and 2.1 g for the element in dry storage for

12 months.

The results of these experiments in-

dicated that the composite elements were

stable over a relatively wide range of

storage conditions.
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APPENDIX E

(U,Zr)C(CAR131DE)FUEL ELEMENTS

I. INTRODUCTION

The major difference between a (U,Zr)C

all-carbide fuel element and a (U,Zr)C-

graphite (composite) element is the absence

of free carbon in the all-carbide element.

As shown elsewhere (see Fig. 16 of main

body of this report) a matrix temperature

of ‘V3200 K has been proposed as a possible

operating condition in a nuclear propulsion

reactor if the combined carbon-to-metal ra-

tio in (U,Zr)C is maintained between OJ0.88

and ~ 0.95.

The all-carbide element, substoichio-

metric in carbon, may be able to achieve a

very high operating temperature, but this

advantage is offset, to some degree, by

high density and very poor resistance to

thermal stress. The density of a graphite-

matrix fuel element containing pyrolytic-

carbon-coated UC2 spheres is ~ 2.3 Mg/m9,

that of a (U,Zr)C-graphite (composite) ele-

ment is OJ3.5 Mg/m3, and that of a (U,Zr)C-

all-carbide element is ~ 5.5 Mg/ms(all ele-

ments at Q 300 kg/mS uranium loading) .

The carbide elements were fabricated

by an extrusion process. Most of the ex-

trusion work on carbide elements was done

by using an extrusion mixture consisting of

ZrC, U02, Zr02, graphite flour, and a thermo-

setting binder. The amount of carbon added

in the form of ZrC, graphite, and binder

was enough to react with all the oxygen in

the uoz and ZrOz, and still to leave 1 to

3 wt% of free carbon in the element after

high-temperature heat treatment. This

amount of carbon in the fuel element was of

help in the extrusion process, prevented

the elements from sticking to the graphite

fixtures used to support the elements during

high-temperature heat treatment, aided in

densification during heat treatment, and

facilitated the machining of elements into

a hexagonal cross section. After machining,

the free carbon was removed by leaching the

elements with hot, flowing hydrogen gas.

The elements were then impregnated with

zirconium using a modified chemical-vapor-

deposition process. The fuel elements were

then given a final heat-treatment at ~ 2800 K.

II. FABRICATION OF (U,Zr)C
FUEL ELEMENTS

The following is a description of the

materials and procedures used to fabricate

the carbide fuel elements. Most of the raw

materials and equipment were those used in

making composite fuel elements.

A. Materials

The ZrC powder used in the manufacture

of fuel elements was reactor-grade (< 200

ppm Hf) and had a Fisher average particle

size of 3.5 vm. A typical analysis was

88.0% zirconium and 11.5% total carbon,

N 0.3%, of which was free carbon. Impurities

included 0.2% Nz, 0.2% 02, and 90 ppm of

sulfur. Metallic impurities were low, the

major ones being 200 ppm of titanium, 150

ppm of tantalum, and 100 ppm of iron. The

carbide particles were very dense “and re-

latively equiaxed.

The enriched U02 powder used in the

fuel-eknent extrusion mix was produced at

LASL . The powder had a Fisher average

particle size of ~5um. The particles were

?

.
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dense and discrete. Total metallic impuri-

ties were limited to 500 ppm, with a maxi-

mum 1 ppm of boron and 0.5 ppm of cadmium.

The ZrOz powder used was reactor-grade

(c 200 ppm Hf) and had a Fisher average

particle size of m 1 Um. The powder con-

tained ~ 1500 ppm metallic impurities

(mostly silicon and iron), from 0.1 to 0.5%

sulfur, and had a surface area of ~ 10 m2/g.

The carbon addition to the carbide ex-

trusion mix was in the form of a fine graph-

ite flour having a Fisher average particle

size of 0.6 vm. This flour was obtained by

grinding and classifying -200 mesh reactor-

grade graphite powder. The maximum particle

size was ~ 10 vm. This flour contained

500-ppm ash, most of which was iron.

Varcum* 8251 thermosetting resin was

used as the binder. Varcum is a partially

polymerized furfuryl alcohol with a vis-

cosity of QJ300cP at room temperature. The

Varc’qmwas catalyzed with 4 g of maleic an-

hydride per 100 cm3 of resin used.

B. Extrusion Formulation

The extrusion mixture was calculated

to provide 1 to 3% free carbon in the fuel

elements after the first high-temperature

treatment. This free carbon added strength

to the elements, making them easier to pro-

cess and machine. Most extrusion mixes

consisted largely ?f ZrC powder With smaller

amounts of UOZ, ZrOz, and carbon powder

bonded together with Varcum binder.

The carbon powder and the carbon re-

sidue from the Varcum binder, N 45% of the

Varcum by weight, were used by the uoz and

ZrOz in converting to the carbide, except

for the free carbon left in the heat-treated

element. The amount of ZrOz added to the

extrusion mix depended upon the amount of

U02 added to the mix. As the uranium

loading decreased, the ZrOz content

*
Varcum Chemical
Chemicals, Inc.

Division of Reichhold

increased. No Zr02 was required at high

uranium loadings. The extrusion mixes con-

tained a constant oxygen content re

The zirconium content ~~ssof loading.
,
!

extrusion mix remained constant. ;

Production batches, enough for~500 to

2500 cm3 of final product, were mix~d in

Patterson-Kelly (P-K) twin-shell blenders.

Just before being extruded, the larger

batches were mixed intensively by passing

them through a Hobart Model-4532 2-hp meat

chopper. This operation was used to homo-

genize, densify, and heat the extrusion mix.

The mix was usually passed through the chop-

per twice before extrusion and once between

each extrusion.

The carbide and oxide particles in the

mix --especially the ZrC particles -- tend

to be angular, are hard, and make the mix

very abrasive. Die wear is particularly

severe where the flow of extrudate impinges

on a die surface and changes direction, as

on the upstream face of the plenum and at

the base of the pin. However, surfaces over

which the mix only slides are also worn,

but to a lesser degree. These surfaces in-

clude the extrusion cylinder, ram head, feed

holes, pin diameter, and the plenum near the

exit end. After much experimentation, Ferro-

TiC, a steel-bonded carbide manufactured by

Sintercast, West Nyack, N!i,was chosen for

its ease of fabrication and very high wear

resistance.

Because of bowing and twisting, it was

impractical to fabricate the hexagonal fuel-

element shapes. Therefore, cylindrical ex-

trusions with an axial hole were extruded

and processed, and this stock was then ma-

chined into the hexagonal fuel-element shape. -

The extrusions were first centerless-ground

and then diamond-milled into shape. Figure

EI shows the type of die used for extruding

the one-hole cylindrical carbide fuel-

element stock. The 40-ton press was also

equipped with a run-out table and cut-off

arrangement that allowed the continuous ex-

trusion from a chamber full of mix, usually
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Fig. El. Extrusion die used for fabricat-
ing (U,Zr)C fuel elements.

enough for ~ 16 elements. The run-out table,

curing fixture, and cut-off device are

shown in Fig. E2.

The elements were heat-treated in el-

ectrically heated circulated-air ovens to

polymerize the thermosetting resin.

The heating rate for the 90-h cycle was 10/h

from 325 to 385 K, 20/h from 385 to 405 K,

and a gradual increase to a maximum of 80/h

from 405 to 525 K. ‘i’hecarbide extrusions

were then heat-treated over a period of 54 h

to 1125 K at a pressure of - 10 Torr, using

an argon flush through the furnace. The

products of decomposition of the Varcum bin-

der, especially the water vapor, were suf-

ficiently corrosive to the ZrC at the bak-

ing temperature to produce considerable

amounts of loose ZrOz powder on the surfaces

of the extrusions. An adequate supply of

argon flowing through the holes and around

the outside of the extrusions diluted and

swept these products away, thus consider-

ably reducing surface oxidation.

The carbide elements were given a high-

temperature heat treatment in induction-

heated vertical furnaces capable of reach-

ing temperatures up to ‘IJ3000 K. The cy-

lindrical stock for the carbide fuel ele-

ments was held in seven-hole cassettes that

were placed in holes in graphite fixtures,

which, in turn, were placed in the vertical

heat-treating furnaces. TWO furnaces

were used to heat-treat all elements both

for low firing (2625 K) and high firing up

to 2875 K; an argon atmosphere was used.
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Fig. E2. Photograph of extrusion of car-
bide elements showing run-out
table, fixture to support ele-
ments, and cut-off wheel.

The heating rate for the first high-tempera-

ture heat treatment to 2625 K was as follows:

2.5 h to 1875 K, a 3-h drift upward to 2625 K

at reduced power, and a 0.5-h hold at 2625 K.

During heating at the slower rake, the

u02 and ZrOz in the extrusions reacted with

the carbon surrounding the particle and were

converted to carbide with the evolution of

CO gas. Heating at the slower rate was in-

tended to release this gas without injuring

the element.

The cassettes holding the carbide ele-

ments during the second, high-temperature,

heat treatment had insertion holes that were

smaller than those in the low-fire cassettes,

to compensate for fuel-element shrinkage

during low-fire heat treatment.

The heating rate for the second, high-

temperature, treatment was 3 h to 2625 K

with a 3.5-h hold at temperature. The hold

at 2625 K was to allow complete solid-

,

.



solution formation below the UC2-C eutectic

melting temperature of m 2725 K. The tem-

perature was then increased to between 2775

and 2875 K and was held for 2 h.

c. Development of Substoichiometric
(U,zr)C

The carbide fuel elements should con-

tain no free carbon and the carbon-to-metal

ratio should range from 0.88 to 0.95,to

achieve the highest melting point, to mini-

mize creep, to obtain usable strength prop-

erties at matrix temperatures ~ 3000 K, and

to minimize uranium and carbon losses in

flowing hot hydrogen gas.

Because of the several processing con-

siderations described previously, the ex-

truded carbide elements contained m 3 wt%

free carbon. Three alternative methods of

removing the free carbon and rendering the

resulting fuel-element matrix substoichio-

metric in carbon were explored. The sim-

plest process in principle was to leach out

the excess carbon with hot hydrogen. After

all the free carbon was removed, a portion

of the chemically bound carbon could be re-

moved by continuing the leaching process, .

viz. ,

C + Hz— hydrocarbons

(U,Zr)Co.97 + H2~U,Zr)Cwo.9

+ hydrocarbons.

A second method of obtaining substoi-

chiometric (U,Zr)C was to subject the fuel

elements containing the free carbon to a gas

mixture similar to that used in the chanical

vapor deposition of ZrC coatings. In effect,

the free carbon in the fuel element reacted

to form ZrC and then, under suitable con-

ditions, the reaction would continue after

the free carbon was exhausted, with zirconium

being added to the (U,Zr)C to produce a fuel

substoichiometric in carbon. The overall

reactions can be represented as follows:

(u,Zr)C + Cfree
ZrC14— (uJzr)cwo.9

H2, HCL,A

+ some hydrocarbons.

A third method, a combination of the

first two, was the most practical. The free

carbon was removed by flowing hydrogen at a

temperature of 2200 to 2300 K for 40 to 60 h.

The elements were then impregnated with

zirconium in a gas mixture of the following

composition (vol%): ZrC14, 1.8%; Hz, 8.2%;

CH2, 0.02%; HC1, 0.10%; and ~, 89.9%. The

temperature of impregnation was ~ 1900 K.

The elements were given a final heat

treatment at ~ 2800 K for 2 h. The prop-

erties of elements made by this process are

described in Table VI of the main body of

the report.

ACKNOWLEDGFWNTS

The following people should be given credit for the

development of the (U,Zr)C all-carbide fuel element: F. Criss,

K. Davidson, A. Driesner, D. MacMillan, D. Schell and T. Wallace.

.

ALT:290(UO)

63


