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[57] ABSTRACT

A method of chemically separating plutonium from
thorium. Plutonium and thorium to be separated are
dissolved in an aqueous feed solution, preferably as the
nitrate salts. The feed solution is acidified and sodium
nitrite is added to the solution to adjust the valence of
the plutonium to the +4 state. A chloride salt, prefera-
bly sodium chloride, is then added to the solution to
induce formation of an anionic plutonium chloride com-
plex. The anionic plutonium chloride complex and the
thorium in solution are then separated by ion exchange
on a strong base anion exchange column.

7 Claims, No Drawings
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METHOD OF SEPARATING THORIUM FROM
PLUTONIUM

This invention is the result of a contract with the
Department of Energy (Contract No. W-7405-ENG-
36).

BACKGROUND OF THE INVENTION

The present invention is generally related to chemical
separation methods and, more particularly, is related to
methods of separating thorium and plutonium.

The separation of thorium from plutonium has here-
tofore been accomplished by several methods, none of
which has been altogether satisfactory.

In one process, plutonium has been separated from
thorium by the method of solvent extraction, a method
which is based on small differences in the respective
extraction coefficients of plutonium and thorium. Multi-
stage equipment including pulsed columns, which are
expensive and complex, has been required for this pro-
cess.

It has also been known to separate plutonium from
thorium by a method based on anion exchange in nitric
acid solutions. This method is based on small differences
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in distribution coefficients of plutonium and thorium
and the resulting slow displacement of thorium by plu-
tonium on the ion exchange resin. Clean-cut separation
is seldom obtained because the exchange is slow and
there is resulting mixing of the thorium and plutonium 30
at the solution boundary.

It has also been known.to separate plutonium from
thorium by oxidation in aqueous solution of plutonium
to Pu + c, followed by precipitation and separation of the
thorium as a fluoride salt, and with subsequent precipi- 35
tation of the plutonium as plutonium oxalate. However,
satisfactory separation by this process has not been
achieved on a plant scale for several reasons, most nota-
bly because of the difllculty in maintaining the valence
of the plutonium in the +6 state. Failure to maintain the 40
plutonium valence in the +6 state results in partial
precipitation of the plutonium with the thorium. Also,
complete precipitation of the thorium fluoride is diffi-
cult to obtain routinely, resulting in contamination of
the plutonium with thorium. 45

Another method that has been previously known, and
which is most closely related to the method of the pres-
ent invention, is based upon chloride anion exchange
from concentrated hydrochloric acid (I-ICI) solution.
This method gives good separation but produces volu- 50
minous corrosive HC1 fumes, thus requiring off-gas
scrubbirw to urevent corrosion of the va-tious-pieces-of-.
equipment and fume hoods which are normally used in
the handling of plutonium.

SUMMARY OF THE INVENTION

Accordingly, it is the object and purpose of the pres-
ent invention to provide a method of chemically sepa-
rating plutonium from thorium.

It is also an object and purpose of the present inven-
tion to provide a method of separating plutonium and
thorium which does not generate corrosive hydrochlo-
ric acid fumes, thereby reducing the cost and difficulty
of handling the plutonium.

It is another object of the invention to provide a
relatively simple yet efficient method of separating
thorium from plutonium, which can be implemented on
a plant scale.
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2
To achieve the foregoing and other objects, and in

accordance with the broad purposes of the present in-
vention as embodied and broadly described herein, the
method of the present invention comprises the steps of
forming an aqueous feed solution containing plutonium
and thorium to be separated, acidifying the feed solution
and adjusting the valence of the plutonium therein with
sodium nitrite, forming an anionic plutonium chloride
complex by addition of a chloride salt, preferably so-
dium chloride, to the feed solution, and separating the
thorium in solution from the anionic plutonium chloride
complex by anion exchange on a strong base ion ex-
change resin. These and other aspects of the invention
will be apparent to one of ordinary skill in the art upon
consideration of the following detailed description of
the preferred embodiment.

DETAILED DESCRIPTION OF THE
PREFERRED EMBODIMENT ,-.

In accordance with the preferred embodiment of the
method of the invention, an aqueous feed solution is
prepared containing plutonium at a concentration of 10
to 25 grams per liter, preferably as the nitrate salt, and
thorium at any concentration up to several times the
plutonium concentration. The feed solution is acidified,
preferably with nitric acid, to an acidity of 0.8 .to 1.0
normal. This acidification is for the purpose of prevent-
ing hydrolysis of Pu +4 as well as Th +4. To the. acidified
feed solution is added sodium nitrite to a concentration
of approximately 3.5 grams per liter to adjust the pluto-
nium valence state to the +4 state. The use of Wdiurn
nitrite in this manner preventa the reduction of Pw+.4.to
Pu+ 3. An alkali chloride, preferably sodium chlofide, is
then added to the feed solution to a concentra@oie ~f
approximately 4.8 to 5.0 molar to complex the pluto-
nium in Solution as the anionic puC16– 2 compIex, as
well as other possible anionic plutonium chloride_.@”rn-
plexes which are as yet not completely asce~ined.
Thorium in the feed solution does not form appreciable
amounts of any chloride complex, and thus exists simpl y
as aqueous Th +4.

Sodium chloride is most desirable for the purpose of
forming the PUC16–2 complex because the solubilities of
other alkali chlorides that might be used are not as high
as that of sodium chloride. The alkali earth chlorides,
such as CaC12 or MgC12, are generally not as suitable
because the alkali earth metals form insoluble hydrox-
ides in a downstream neutralization step of the process,
which is described further below.

The feed solution prepared as described above is
passed through a strong base anion exchange resin. One
commercially available resin suitable for this step is sold
by Dow Chemical Co. under the product name Dowex
1x 4, which is a 50-100 mesh resin. The resin is precon-
ditioned to ensure that it is in the chloride form by
equilibrating it with a solution of 2 N HC1 and subse-
quently washing it with distilled water.

The feed solution is passed through the ion exchange
resin, preferably at a rate of approximately 0.8 to 0.9
ml/min-cm2. The PUC16– 2 complex is absorbed on the
resin and is visible as a dark brown band which spreads
progressively downward through the column. The
plutonium-loaded column is then washed with an acidi-
fied NaCl solution to remove residual thorium from the
column, witbout also removing the absorbed PU(%- 2

The effluent solution collected from the resin col-
umn, which is largely depleted of plutonium but not
thorium, is neutralized with an alkaline solution, prefer-
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ably 9 M NaOH, to cause the thorium to precipitate out
as white thorium hydroxide (Th(OH)4). If desired, the
effluent solution may be passed through another anion
exchange column to further remove any traces of pluto-
niumthat maystill represent. In this regard, theefflu-,
ent solution collected from the column may be periodi-
cally tested for thorium by adding a few drops of con-
centrated NaOH solution to small grab samples of the
effluent solution; the presence of thorium in the sample
is indicated by cloudiness upon mixing of these solu-
tions. Ordinarily the thorium hydroxide precipitate is
sutllciently low in plutonium as to permit it to be dried
and discarded as low level waste, or recycled and re-
processed as desired to further recover and purify the
thorium.

After the thorium has been thoroughly washed from
the column and collected as described above, the pluto-
nium absorbed on the column is eluted by washing the
column with approximately two column volumes of an
acid solution, preferably 0.5 N HC1. HC1 is preferred in
this step because it leaves the column ready for reuse in
the chloride form. As the eluted solution is collected
from the column it is neutralized, and the plutonium in
solution is precipitated as plutonium hydroxide by addi-
tion of a NaOH solution. The plutonium hydroxide
precipitate may be collected by filtration and the filtrate
may be discarded as low level caustic waste. The pluto-
nium hydroxide precipitate may be dried and calcined
to form plutonium oxide, or it may be dissolved in nitric
acid and further processed as an aqueous nitrate solu-
tion.

EXAMPLE

In a demonstration of the method described above, a
feed solution was prepared containing 20.4 gmA pluto-
nium as plutonium nitrate and 11.4 gmA thorium, also as
the nitrate. This solution was acidified with nitric acid
(HN03) to an acidity of 0.9 normal. Sodium nitrite
(NaNOd was added to the solution to a concentration
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of 0.03 ‘molar to adjust the valence of the plutonium at 40
the +4 state, and sodium chloride (NaCl) was then
added up to a concentration of 4.8 molar to complex the
stabilized PU+4 as the PuC1fj– 2 complex.

A 65.5 ml aliquot of the feed solution thus prepared
was then loaded onto an ion exchange column consist- 45
ing of 12 gm (dry weight) of chloride form Dowex 1X 4
strong base resin packed between two glass wool plugs
in a 100 ml burette having a cross-sectional area of 1.767
~m2. The resinWm wetted with distilledwater and then

loaded with one column volume of a HN03-NaCl wash 50
solution.

The aliquot of feed solution was allowed to pass
through the column at a rate of 1.35 to 1.65 milliliters
per minute. As the solution passed through the column
a dark brown band formed at the top of the column and 55
gradually spread downwardly until it covered approxi-
mately three quarters of the column.

A total etlluent volume of 65.5 ml (the same as the
volume of feed solution originally added to the column)
was collected from the column. This effluent solution w
was neutralized with 9 M NaOH solution, which caused
thorium hydroxide to precipitate as a finely divided
white precipitate. A sample of the precipitate was dis-
solved and analyzed and determined to contain 0.0627
grnAPuand 3.2gm/l Th. 65

The column was then washed with three column
volumes of a wash solution containing 1.0 N HN03 and
4.8 M NaCl, which was passed through the column at a

4
rate of 1.0 ml/min-cmz. The effluent wash solution was
periodically tested for the presence of thorium by addi-
tion of a few drops of concentrated NaOH solution to
small grab samples collected from effluent discharging
from the column. The presence of thorium was initially
indicated by cloudiness due to the formation of thorium
hydroxide. No thorium was indicated after washing
with the three column volumes mentioned above.

The plutonium was then eluted from the column with
0.5 N HC1. The eluate solution was neutralized with a
NaOH solution to precipitate the plutonium as pluto-
nium hydroxide, which was collected by filtration and
washed with 0.1 N NaOH solution. The collected p] uto-
nium was analyzed and determined to contain 1200
parts per million (ppm) thorium. Subsequent similar
experiments have consistently given plutonium prod-
ucts with thorium contamination levels of less than 300
parts per million.

The foregoing description of the preferred embodi-
ment of the invention have been presented for purposes
of illustration and description. It is not intended to be
exhaustive or to limit the invention to the precise form
disclosed, and obviously many modifications and varia-
tions are possible in light of the above teaching. The
embodiment was chosen and described in order to best
explain the principles of the invention and its practical
application to thereby enable others skilled in the art “to
best utilize the invention in various embodiments and
with various modifications as are suited to the particular
use contemplated. It is intended that the scope of the
invention be defined by the claims appended hereto.

What is claimed is:
1. A method of chemicall y separating plutonium from

thorium, comprising the steps o~
forming an aqueous feed solution containing the ni-

trate salts of plutonium and thorium to be sepa-
rated;

acidifying said feed solution to an acidity of between
approximately 0.8 to 1.0 normal:

adjusting the valence of the plutonium in said solution
to the +4 state by adding sodium nitrite to said
solution;

forming an anionic chloride complex of the pluto-
nium in said solution by adding an alkali chloride
salt to said feed solution to a concentration of ap-
proximately 4.8 to 5.0 molar; and

separating the thorium in said feed solution from the
anionic plutonium chloride complex in said solu-
tion by anion exchange chromatography using a
strong base anion exchange resin.

2. The method of claim 1 wherein said alkali chloride
salt is sodium chloride.

3. The method of claim 2 wherein said feed solution is
acidified by addition of nitric acid to said feed solution.

4. The method defined in claim 3 wherein said feed
solution is prepared from a nitric acid solution approxi-
mately 6 N in HN03 and containing plutonium nitrate at
a concentration of between approximately 100 to 200
grams per liter and thorium nitrate at a concentration of
up to several times the plutonium concentration, and
wherein said nitric acid solution containing plutonium
and thorium is diluted with a second nitric acid solution
approximately 0.1 N in HN03 until the acidity of said
feed solution is approximately 1.0 N in HN03.

5. The method defined in claim 1 wherein said tho-
rium is separated from said anionic plutonium chloride
complex by passing said feed solution through a chlo-
ride-treated anion exchange column, washing said col-
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umn with an acid wash solution containing approxi-
6. The method defined in claim 5 wherein said HC1

solution, is approximately 0.5 N in HCI,

mately 4.8 to 5.0 M NaCl to remove thorium from said 7. The method defined in claim 5 comprising the
additional step of collecting the plutonium and thorium

column, and subsequently eluting the phJtOniUm frOm 5 from their respective eluate solutions by preci~itation as

said column by washing said column with an HC1 solu- the hydroxide and subsequent separation fr~m the su-
@rnatant solution by filtration.

tion. ;****
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